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Summary 
This thesis addresses research works on the development and metrology of multilayer thin-

film coatings designed for Extreme Ultraviolet (EUV) and soft X-ray spectral regions. While the 

development part is limited to reflective multilayers at 6.x nm wavelength, significant part of the 

thesis is devoted to the metrology of multilayers (MLs) in broader spectral range. The development 

part focuses on the design and fabrication of MLs of high reflectivity around 6.x nm wavelengths 

to support below 10 nm half-pitch (HP) patterning of the next generation EUV lithography and 

tabletop reflectometer for below 10 nm EUV sources. Specific activities under this topic include 

searching of new candidate materials, numerical design, deposition of the MLs, and performance 

testing at wavelengths below 10 nm. 

 The second major topic of the thesis focuses on the comprehensive characterization of MLs 

using innovative approaches. Most challenging questions in ML coatings such as characterization 

of buried interfaces, determination of layer and interlayer thicknesses, uncertainties of optical 

constants near EUV and soft X-ray absorption edges are pressing issues. Synchrotron based 

Grazing-Incidence EUV Reflectivity (GI-EUVR) near absorption edges of one of the component 

elements in the ML structure is proposed as a major technique to achieve the metrology demands. 

The strength of GI-EUVR analysis of MLs lies on its simultaneous sensitivity to optical and 

structural parameters. The proposed EUV metrology method is also capable of evaluating damage 

analysis of high intensity photons and/or energetic particles on ML performances. In combination 

with traditional ML characterization techniques, the GI-EUVR enabled characterization of the 

most challenging buried–interface diffusion processes during multilayer growth. Analysis of 

chemical composition and corresponding optical properties of inter-diffusion layers are performed 

near Si LIII - edge for Mo/Si and near elemental boron (B) edge for B4C/CeO2 MLs to demonstrate 

the robustness of the proposed method. Changes of structural and optical parameters of MLs for 

applications in astronomical telescopes due to the bombardment of helium particles (4  He++ ) 

that are dominant in the solar corona can be analyzed using the current techniques. 

Lastly, the thesis deals with the development of tabletop scatterometer experiment around 

13.5 nm EUV wavelength based on Xenon gas discharge produced plasma source. EUV scattering 

measurements at 13.5 nm central wavelength and 2% bandwidth can be simple and fast surface 
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roughness analysis in the mid-spatial frequency range. Surface patterns in the mid-spatial 

frequency ranges are resolved in the scattered signals from multilayer surfaces.   

Sommario 
Questa ricerca spiega tesi lavora allo sviluppo e metrologia di rivestimenti a film sottile 

multistrato progettate per Estremo Ultravioletto (EUV) e regioni spettrali raggi X molli. Mentre la 

parte di sviluppo è limitato a multistrati riflettenti a 6.x nm, parte significativa della tesi è dedicata 

alla metrologia multistrati (ML) in campo spettrale più ampia. La parte di sviluppo si concentra 

sulla progettazione e fabbricazione di ML di alta riflettività intorno 6.x nm lunghezze d'onda per 

sostenere sotto 10 nm half-pitch (HP) paterni della litografia EUV prossima generazione e da 

tavolo per riflessione inferiori a 10 nm fonti EUV. Attività specifiche per questo argomento 

includono la ricerca di nuovi materiali candidati, progettazione numerica, la deposizione delle ML, 

e test delle prestazioni a lunghezze d'onda inferiori a 10 nm. 

 Il secondo grande tema della tesi si concentra sulla caratterizzazione completa di ML 

utilizzando approcci innovativi. La maggior parte delle domande impegnative nei rivestimenti ML 

quali la caratterizzazione di interfacce sepolte, la determinazione del livello e interstrato spessori, 

incertezze costanti ottiche vicino EUV e bordi di assorbimento di raggi X molli premono problemi. 

Sincrotrone basato Grazing Incidente - EUV riflettività (GI-EUVR) in prossimità di bordi di 

assorbimento di uno degli elementi componenti della struttura ML viene proposto come una 

tecnica importante per ottenere le richieste di metrologia. La forza di analisi GI-EUVR di ML si 

trova sulla sua sensibilità simultanea di parametri ottici e strutturali. Il metodo proposto EUV 

metrologia è anche in grado di valutare l'analisi dei danni di fotoni ad alta intensità e / o particelle 

energetiche sulle prestazioni ML. In combinazione con le tradizionali tecniche di caratterizzazione 

ML, la caratterizzazione GI-EUVR permesso dei processi di diffusione di interfaccia sepolto più 

impegnative durante la crescita multistrato. Analisi della composizione chimica e corrispondenti 

proprietà ottiche degli strati tra di diffusione vengono effettuate nei pressi Si LIII - bordo per Mo / 

Si e vicino elementare di boro (B) bordo per B4C / CeO2 ML per dimostrare la robustezza del 

metodo proposto. Modifiche di parametri strutturali ed ottiche di ML per applicazioni in telescopi 

astronomici a causa del bombardamento di particelle di elio (4 keV He ++) che sono dominanti 

nella corona solare possono essere analizzati usando le tecniche attuali. 
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Infine, la tesi si occupa dello sviluppo di esperimento da tavolo dispersione intorno 13,5 nm 

di lunghezza d'onda EUV in base a scarica di gas Xenon sorgente del plasma prodotto. EUV 

misurazioni di dispersione a 13,5 nm lunghezza d'onda centrale e 2% della larghezza di banda può 

essere semplice e veloce analisi rugosità superficiale nella gamma di frequenze medio-spaziali. 
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1. INTRODUCTION 

1.1 Motivation 

The last four decades have seen significant progress on the science and technology of 

multilayer mirrors. DuMond and Youtz made the first attempt in making multilayers (MLs) of Cu-

Al in 1940 [1]. Efforts continued to make stable MLs and after three decades in 1972, Spiller et.al 

fabricated MLs of stable reflection performance [2]. The following two decades after Spiller’s 

success sought several national laboratories such as Bell and Sandia national laboratories in the 

US and NTT in Japan progressively exploring the science and technology of ML mirrors. Those 

early attempts of ML coatings were inspired by the need of mirrors in extreme ultraviolet (EUV) 

and X-ray solar imaging, X-ray microscopy, EUV lithography and various applications in X-ray 

lasers.  

In solar missions, there has been strong desire to study physical processes that occur because 

of energetic X-ray irradiation and thermal emissions at high temperatures (10  k°) of the solar 

plasmas. This has pushed the X-ray astronomy to include graded multilayer mirrors to the X-ray 

telescopes and gain focusing capability for incidence photon radiation around 10 keV above the 

critical angle [3]. At much lower energies in ultraviolet (UV) and EUV, solar missions succeeded 

in identifying elemental compositions of solar corona and elemental traces of heavy ions. So far, 

discoveries in the solar missions have inspired to set ambitious future missions. Future solar 

missions such as the Solar Orbiter (SO) mission of the European space agency (ESA) are 
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determined to study the sun’s heliosphere at an unprecedented distance (<  0.28 A.U at perihelion 

minimum from the sun center) [4]. The SO mission is expected to answer open questions related 

to the sources of energetic particles in the solar corona, origins of fast and slow solar winds, 

eruption and early evolution of coronal mass ejections and much more. One important task for the 

sun-observing satellites that needs to be studied thoroughly before takeoff is stability of optics 

(particularly of ML mirrors) that make up the coronagraph payload. The stability test of ML 

mirrors to high thermal loads, energetic particles (such as the H-I Lyman - α line and He –II 

Lyman), continuous photon irradiation and environmental aging are still under research and are 

crucial. A considerable part of the thesis is then dedicated to the development of innovative 

metrology techniques for the damage analysis of ML mirrors exposed to low energetic 

ions/particles that are dominant in the solar corona [5]. 

Multilayers are also essential components of the next generation integrated circuit (IC) 

printing technology based on EUV lithography at 13.5 nm wavelength. Most naturally found 

materials absorb significant power of the incident materials become in this range of wavelengths, 

MLs provide sufficient throughput power through reflection.  

Thus far, coatings of Mo/Si MLs are qualified as essential components of the collector module 

and projection optics module in the EUV lithography (EUVL) scanners [6-9]. The MLs reflect 

significant amount of the incident light and then provide sufficient throughput to resolve smaller 

features on the wafer. 

The smallest diffraction limited feature size resolved on the wafer’s photoresist in EUV 

photolithography projection scanners is given by Rayleigh criterion of image resolution: 

                                   Smallest feature size =                                                                    (1-1) 

                                                            DOF =                                                                   (1-2) 

Where  depends on the process and photoresist properties, numerical aperture (NA) is the 

geometrical opening of the optical system,  is the illumination wavelength, DOF is the depth of 

focus. 

As the NA and  are reaching physical limits, the way forward is tuning the source radiation 

towards shorter wavelengths to sustain the Moore’s law in the semiconductor industry. This has 
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currently reached at 13.5 nm Laser Produced Plasma (LPP) source for half-pitch (HP) pattern 

printing below 20 nm on the Si wafer. No surprise, there is strong desire to extend this 13.5 nm 

EUVL architecture towards 6.x nm EUVL to enable below 10 nm HP IC printing [10]. The 

toughest challenge in this extendibility road map of the industry is availability of efficient and 

stable multilayer mirrors that can reflect above 70 % of the incident radiation at that short 

wavelength. Searching new material combinations (candidates) and characterizing their ultimate 

potentiality in terms of reflection performance around 6.x nm wavelength is the second motivation 

of the thesis in an attempt to partly answer the semiconductor industry demand of future 

lithography technologies based on EUV sources radiating below 10 nm wavelengths. 

Large part of this PhD work, however, focuses on the metrology of EUV and soft X-ray 

multilayers. This is intended to answer some of the apparent challenges in multilayer 

characterizations. For EUV and soft X-ray multilayers, optical constants, buried interfaces and 

corresponding chemical and optical parameterization, correlation of thickness and optical 

properties, deviation of measured optical constants of materials near EUV resonance edges from 

previously tabulated values by Henke and his colleagues are some of the questions that need to be 

investigated further. This thesis then focuses on innovative characterization methods for EUV and 

soft X-ray multilayers to contribute a comprehensive and sensitive analysis of multilayers. 

Besides, the possibility of using gas-discharge produced based plasma (DPP) EUV sources for a 

tabletop thin film and nanostructures scatter analysis is assessed in an attempt to leverage limited 

and expensive Synchrotron and free electron sources.  

This chapter introduces EUV and soft X-ray radiations and basic theoretical background of 

multilayers. Chapter 2 introduces Electron-beam evaporation and magnetron sputtering deposition 

techniques that are two commonly used fabrication techniques of thin films and multilayers. A list 

of multilayer and thin film characterization techniques are also provided in this chapter. Chapter 3 

introduces grazing incidence EUV reflectivity measurements near absorption edges of elements as 

innovative metrology technique of EUV and soft X-ray multilayers. Chapter 4 reports on 

fabrication and reflectivity performances of new multilayer candidates for the 6.x nm EUV 

lithography. Chapter 5 describes tabletop EUV scattering experiments for surface roughness 

derivation. Finally, Chapter 6 contains summary and conclusion of the thesis work.  
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  1.2 Extreme ultraviolet and soft X-rays  

Even if it is difficult to put clear cut boundaries in the electromagnetic (EM) spectrum, it 

seems there is a consensus that the Extreme Ultraviolet (EUV) wavelengths lie somewhere from 

5 - 40 nm and soft X-rays cover from 0.1 - 5 nm  as shown in Fig 1.1. The EUV radiation and soft 

X-rays are relatively the last spectra to be studied and sought for applications from the EM 

spectrum. The physics and applications of EUV radiation and soft X-rays are thoroughly described 

in the book of  D. Attwood [11] and only brief introduction is given this section. 

 

 

Figure 1. 1: A section of the electromagnetic spectrum indicating the positions of Extreme-ultraviolet 

(EUV) and soft X-rays [6]. 

 

EUV radiation (also soft X-rays) show characteristic interaction with matter that has found 

applications in life and material sciences. It also requires characteristic technology to develop 

radiation sources. The distinct feature of EUV and soft X-rays is associated to the high absorption 

almost by all materials exacerbated due to the natural occurrences of absorption edges of elements 

in this spectrum. The high absorption of short wavelength spectra in a material medium forced 

both source generation and performing measurements demand ultra-high vacuum (UHV) 

environment. Also because of the high absorption coefficients that limit penetration depths to few 

microns for most relevant materials, the traditional transmission optics is not any more efficient 

for several EUV and soft X-ray applications. Attenuation lengths of few very important elements 

are given in Fig 1.2 for EUV and soft X-ray wavelengths from the tabulated values originally 

measured by Henke  and his co-authors [12], and available at the Center for X-ray Optics (CXRO) 

database <http://henke.lbl.gov/optical_constants/>. For most of the elements, the attenuation 

lengths are below 100 nm. 
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Figure 1. 2: EUV and soft X-ray attenuation lengths of Si, B, C and Mo elements 

 
This situation has motivated the academia and industry to think reflection based optics to 

enhance the throughput through interference coatings. Stacks of artificial layers (multilayers) of 

few nanometer thicknesses started to appear as vital devices for normal and grazing incidence 

reflections. The optical parameters, working principles and performances of the multilayers are 

explained in this chapter. Optical properties of materials in EUV and soft X-rays are explained 

first since optical behavior and contrasts play a major role in determining performances of the 

multilayers. 

 

1.2.1 Optical constants of materials in EUV and soft X-rays 
Several authors have determined optical constants of materials in EUV and soft X-rays based 

on simple thin film transmission, reflection and absorption measurements at Synchrotron or in-

house discharge lamp sources. Windt et al. determined the optical constants of electron-beam 

evaporated films of Ti, Zr, Nb, Mo, Ru, Rh, Pd, Ag, Hf, Ta, W, Re, Os, Ir, Pt, and Au in EUV 

wavelengths by using angle dependent reflectance measurements [13]. Similarly, Soufli and 

Gullikson determined optical constants of Si in the energy range of 50 – 180 eV using angle 

dependent reflectance measurements at synchrotron radiation source [14] . Fernández-Perea et al. 

calculated the optical constants of B films in the spectral range 6.8 to 900 eV by using 

transmittance measurements [15]. However, a comprehensive derivation of complex scattering 

factors  of elements starting from atomic number Z=1 - 92 for the photon energies in EUV and 
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X-rays (E=50 - 30,000 eV) were tabulated by Henke and his coworkers [12]. Henke et.al compiled 

the data from previously measured absorption spectra by using interpolations and suitable 

theoretical models. The corresponding real part of the scatterings, i.e.  was derived numerically 

by using the dispersion integrals (Kramers-Kroning). 

The transmission, reflection and absorption measurement techniques are evolving 

continuously strengthened by innovations of numerical optimization methods andimproving 

measurement accuracies. As a result, the derived optical and/or scattering constants are used 

widely in designing thin films and MLs for many fundamental and technological applications. At 

the same time, the limitation of the methods have been identified when it comes to EUV and soft 

X-rays. Several measurements from the synchrotron facilities have reported variations from the 

calculated optical constants in EUV and soft X-ray wavelengths; these are due to smoothing out 

of fine structures in the absorption curves[16] and and also due to the high sensitivity of optical 

constants near absorption edges of EUV and soft X-rays to local atomic interactions [17, 18]. A 

typical example is given in Fig 1.3, where optical constants (δ and β) of boron carbide (B4C) 

calculated using Henke et al. show ~38 % deviation (including numerical fit errors) from 

measured values at energies near the absorption edge of Boron[17]. Optical constants at photon 

energies far from the edge show similarity to Henke’s calculations. This demonstrates the necessity 

of measurements of EUV and soft X-ray optical parameters of materials in their actual 

environments using techniques with appropriate optical sensitivity. 
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Figure 1. 3: The energy dependent optical constants for B4C, B, and BN as function of photon energies 

near the boron K-absorption edge (source: page 9 of ref [17]).  
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A theoretical approach that accounts light-matter interactions at microscopic level is necessary 

to explain the macroscopic optical phenomena that also accounts for effects of the fine structures. 

This can be done through the concept of scattering cross sections of particles. Radiation scattering 

can take place from free electrons, bound electrons, ions and atomic nuclei. In real EM wave-

matter interaction, all of those interactions take place. There exist rigorous quantum mechanical 

calculations that provide accurate way of treating EM scatterings and scattering cross sections. 

However, much can be learned from the simplified semi-classical atomic scattering model, and 

basic results are similar in form to those derived by quantum mechanical models [11]. In the semi-

classical model, under the forward scattering approximation, the equation of total EUV and soft 

X-ray photon-scattering cross section ( ) by multi-electron atoms has the following form: 

 

                        ( ) =   | ( )| =  × ∑                                     (1-3) 

 
Where  is the damping factor due to the absorption,  is the resonance frequency of the atomic 

transition and  is the frequency of incident radiation,  is the quantum mechanical parameter 

related to the oscillatory strength of electronic transitions. The physical interpretation of total 

scattering cross section ( ) in eq. (1-3) refers to the effective number of free electrons contributing 

to the scattering. The ( ) is wavelength dependent complex scattering factor, which can be 

parametrized into real and complex components as given in EUV and soft X-rays by Eq. (1-4). 

 
                                          ( ) =  ( ) + ( )                                                            (1-4) 

 

Where  and  are scattering factors of an element associated with scattering (reflection) and 

absorption respectively. The complex refractive indices in EUV and X-rays can be described by 

the dispersion relation (Eq. 1-5) in terms of scattering factors  and . In this range of energies, 

interactions with valence electrons are negligible that core level electrons dominate optical 

responses. This approximation, however, does not hold for longer wavelengths since interactions 

with valence electrons become significant. 

                                        = 1 − − = 1 −  ( + )                                         (1-5) 
 

Where  is the atomic density per unit volume,  is the classical electron radius (~2.82 ×

10  ),  is wavelength of radiation. The scattering factors  and  are parametrized from 
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the equation of scattering cross-section  of a semi-classical scattering model for EUV and soft 

X-Rays in a forward scattering approximation.  

The oscillator strength  in Eq.(1-3) represents the number of electrons associated with a 

given resonance frequency  where for high photon energy ∫ =  (atomic number) [11]. 

When incident radiation frequencies are tuned to approach natural frequencies corresponding to 

the core electrons binding energies, scattering factors (and thus optical constants) change abruptly 

because of resonance absorption by the strongly bound electrons. In EUV and soft X-rays, near-

edge absorption and reflection measurements can resolve fine structure details that enable to 

identify chemical compositions. This makes the near absorption edges sensitive to the 

configuration (i.e. chemical and physical interactions) of an atom in its local environments. 

 

1.3 Basic principles of multilayer mirrors 

Multilayers are optical coatings of alternating layers of high and low density materials on 

polished mirror substrates. The layers are analogous to Bragg lattice planes in natural crystal 

structures that are common in X-ray crystallography. Typical periodic multilayer structure is 

shown in Fig 1.4 with  representing bi-layer thickness (i.e. period), Γ denotes ratio of high-

density layer (absorber layer) to the period , and  represents number of bi-layers above the 

substrate. 

 

 

 

Figure 1. 4:B4C/CeO2 periodic multilayer 

 

Spacer layer 

Absorber 
layer 

      Substrate 
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Constructive Interference from each interfaces within in the ML stack gives rise to the 

enhancement of reflectivity becoming intense enough for imaging in EUV and X-ray wavelengths 

at near-normal incidence angles. Similar to natural crystals, interference behavior in MLs is 

described by the Bragg equation, slightly modified to account the refraction of EUV and soft X-

ray radiation that take place at the interfaces of ML mirrors. 

                                          = 2 sin  (1 −
 

) /                                                         (1-6) 

Where  is weighted real part of the refractive index of a bilayer, and  is grazing-incidence 

angle. Performance of a multilayer mainly depends on optical contrasts between low Z and high Z 

materials and sharpness/levelness of interface profiles.. Moreover, optimizing illumination angles 

and wavelengths, layers thickness ratios and number of bilayers ( ) is crucial for ML design and 

enhancing its reflectivity and tailoring the bandwidth (Δ ) of the reflected beam. Reflectivity 

enhancement is not only in obtaining high optical contrast but also in reducing the absorption. 

Ideally, the low Z layers act as “spacers” with low optical constants (   ) to maximize optical 

contrast while high Z layers act as “absorbers” and perform both absorption and scattering. The 

thickness of absorber layers has to be as low as possible to minimize the absorption while keeping 

strong scattering (reflection) at the interfaces. The design challenge of MLs is then to find high 

refractive indices contrast (i.e. high ∆ ) and the optimum thickness ratio (Γ ). 

For normal incidences, Vinogradov and Zeldovich [11] found that an optimal thickness ratio 

( Γ ) for a two-material multilayer mirror need to satisfy Eq.(1-7). 

                                             = ( + )                                                     (1-7) 

Where subscript “a” and “s” refers to absorber and spacer layers respectively. However, due to the 

imperfections of deposition process, the practical Γ  value is often greater/smaller than the 

theoretical design.  

For ideally smooth interfaces of a multilayer mirror with a substrate of finite thickness, 

reflection ( ) and transmission ( ) coefficients of plane incidence waves at each interfaces are 

calculated according to Fresnel equations for s and p polarized radiation. Based on the ML 

structure given in Fig 1.5, amplitude reflectivity and transmission at the jth interface calculated by 

Equations (1-8 -1-11). 
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Figure 1. 5: Amplitude reflection and transmission of incident plane wave approximation at the interfaces 

of a ML structure. S layer refers to “spacer” and A layer is “absorber” layer, reproduced from the thesis of 

Hui Jiang [14]. 

                                         , =  
 

                                                              (1-8) 

                                               , =  
 

                                                          (1-9) 

                                               , =
 

                                                         (1-10) 

                                               , =
 

                                                        (1-11) 

Apart from the fundamental similarity in working principles, slight changes in design, 

optimization, fabrication and characterizations of MLs for applications in different areas is 

understandable. For this reason, short description of MLs for applications in EUV lithography and  

astronomy are provided here in order to appreciate the related peculiarities in design and 

metrology. 
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1.3.1 Multilayers for EUV lithography 
One of the driving forces for the advent of short period MLs into the microfabrication 

technology came from the desire of the semiconductor industry to miniaturize the silicon 

technology to sustain the “Moore’s” law formulated by Gordon Moore in 1965 [19], which 

demands doubling of number of transistors on a Si wafer almost in every two years. More 

transistors means increased functionality, and smaller transistors means increased switching speed 

and less power consumption for each transistor. The density of transistors in the integrated circuit 

(IC) is largely determined by the ability of the photolithography process to print an increasingly 

narrower and sharper feature sizes.  

In fact, the history of photolithography (Fig 1.6) is a continuous effort to improve the 

resolution of lithography systems (commonly known as scanners) by optimizing the processes and 

photoresist properties, increasing  of optical systems and shifting to shorter wavelengths. This 

way, cutting-edge lithography has shifted from the 365 nm 'i-line' of mercury vapour lamps to 

deep-ultraviolet light from excimer lasers at 248 nm (krypton fluoride lasers) and 193 nm (argon 

fluoride lasers), and since the year 2010 to the 13.5 nm EUV (tin based LPP sources) [20, 21]. 

 

Figure 1. 6: Since the mid-1980s, the wavelength of light used in lithography systems has reduced by 

almost half from 365 nm to 193 nm. 
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The EUV lithography at 13.5 nm is the first category from the next generation (NG) scanners 

with a potential to print below 22 nm features on the IC wafer. Basic design structure and elements 

of the 13.5 nm EUV lithography system is given in Fig 1.7 from ref [22]. 

 

 

Figure 1. 7: Basic elements of EUV lithography system based on 13.5 nm LPP source 

 

In the version shown in Fig 1.7, pulses from a CO2 laser illuminate droplets of tin, shown as 

a red spot, which radiate 13.5 nm light in all directions. A collector mirror focuses the light into a 

reflective optical system that directs the light onto a reticle, which a second set of mirrors, at right, 

focus onto the wafer stage. Overall transmission from the intermediate focus at top center to the 

wafer stage is less than 1%. (Courtesy of Cymer) [22]. The basic EUVL system contains ML 

mirrors (Mo/Si on Si substrate) as the main and critical components of both the illumination and 

projection optics modules. These MLs need to reflect at least 70 % of the incident radiation to 

produce sufficient intensity throughput at the wafer stage for resolvable feature printings. The MLs 

in the projection optics are also responsible for de-magnify images of photoresist mask by 4 × . 

Moreover, the MLs need to be stable over extended period of photon fluxes. In over all, it is clear 

that the Mo/Si MLs are the enabling optical devices for the next generation EUV lithography. 
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Mo/Si based MLs are among the well studied and exploited for UV, deep UV and EUV regime. 

However, for EUV wavelengths below 10 nm, the performance decays and other ML combinations 

based on Lanthanum (La) and Boron (B) have gained considerable attention.  

There are two compelling reasons for the shifting towards sub 10 nm MLs. One is the desire 

in the semiconductor industry to extend the 13.5 nm EUVL to 6.x nm to enable photographic 

printing of feature sizes below 10nm. The second is a growing demand for laboratory based below 

10 nm EUV reflectometry for fundamental studies of films, spectroscopic analysis of extreme state 

of matter and short wavelength filters and splitters. Combinations of La/B [23], LaN/B4C and 

La/B4C MLs [24, 25] are among the candidates for high reflectivity performances for the below 

10 nm sources. However, further investigation of new material combinations and process 

optimizations are required to fulfil the performance requirements. Reflectivity of  ≥ 70 % at near-

normal incidence are required to enable the 6.x nm EUV lithography in order to print below 16 

nm features on the IC wafers, while state of the art reflectivity performance stands at 64.1% 

measured at 6.65 nm wavelength and 1.5 degree off-normal incidence from La/B –based ML 

structures fabricated by hybrid thin-film deposition procedure [26].  

 

1.3.2 Multilayers for astronomy  
Walter based designs of X-ray telescopes [27] containing grazing-incidence mirrors of single 

layer coatings were sufficient for grazing incidence observation at low energy X-ray astronomy. 

However, focusing X-rays at energies greater than 10 keV becomes impractical with glancing 

incidence metallic mirrors because the critical angle for total external reflection is roughly 

proportional to 1/  [28], where E is the photon energy. This implies that the field of view and 

diameter of the optics decrease as 1/  resulting in small field of view and smaller diameter optics 

or longer focal lengths. This challenge was reversed by introducing multilayer coatings that 

enabled to extend X-ray focusing to higher energies. Moreover, advanced mathematical models of 

thin film growth, global optimization algorithms capable of searching the optimum structure inside 

a very wide domain of possible solutions and depth graded MLs are some of the legacies of X-ray 

astronomy that are useful in other parts of the EM spectrum. 
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EUV astronomy, considered as a successor of the X-ray astronomy, involves future solar 

missions that are designed to observe the sun in UV and EUV regime with easy extension to the 

visible range. Such solar missions in UV, EUV and visible spectral regime need multilayer 

coatings of high efficiency in such broad bandwidth of the EM spectrum. Carefully designed MLs 

give high near-normal reflectivity that enable full imaging of the extended solar corona [29]. As 

an example, spectroscopic and imaging analysis of the solar corona is possible by using innovative 

MLs with sufficient reflectivity performance at H I Lyman - α line (121.6 nm), He –II Lyman- α 

line (30.4 nm) and visible spectra. Such analysis enables to determine chemical composition of the 

solar corona, global map of solar wind outflow, relative density distributions of ions in the solar 

corona, insight into the origins of solar winds and origins of energetic particles [30, 31]. Thus far, 

multilayer-based instruments have been used in a number of major solar satellite instruments since 

the 1990’s, including SoHO/EIT, TRACE, STEREO/EUVI, Hinode/EIS and SDO/AIA, and have 

flown in numerous sounding rocket experiments since the 1980’s [32]. Some of the results to date 

include discovery of ionized hydrogen (electrons and protons) and helium (alpha particles) as 

dominant components in the solar corona. Moreover, trace amounts of heavy ions and atomic 

nuclei such as C, N, O, Ne, Mg, Si, S, and Fe ripped apart by heating of the Sun's outer atmosphere 

are detected [33]. 

In summary, future solar missions are planned to have very compact coronagraph, capable of 

imaging in UV, EUV and visible using just a single coronagraph module, stable over a continuous 

flux of solar-radiation and minimum loss of performance due to irradiation by ionized ions and 

particles that are common in the solar corona. This thesis contributes to the future solar missions 

by developing metrology techniques to study damage of MLs due to the irradiation of energetic 

particles that are dominant in the solar corona.   

 

1.4 Interface roughness profiles in multilayers 
Practically, interfaces of multilayers are neither sharp nor smooth. Under different film 

preparation conditions (substrate temperature, pressure, growth rate, presence of impurities, 

shadowing effects etc.) and different growth methods (physical and plasma vapor deposition, 

sputtering, chemical vapor deposition, nanocluster deposition, etc.), one may obtain a wide variety 

of different surface/interface morphologies and film microstructure which are inherently related to 
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dynamic growth mechanisms. These, in turn, have a significant and generally different influence 

on physical properties, transmission and reflectivity performances. Specular X-ray and neutron 

reflectivity of rough interfaces decrease with  where  can vary from 2 - 5, and  is the root – 

mean square roughness as shown in Fig 1.8. 

 

                                     

 

 

 

 

Figure 1.8: Interface roughness described by a profile function Z(X) as shown in (a) which varies with 

Gaussian statistics about the mean position of the interface, z=0. The standard deviation σ of the Gaussian 

probability density distribution P (Z) shown in (b). 

 

Most commonly used correction factors during theoretical reflectivity calculations of rough 

surface are Debye-Waller (exp  ) and Novet-Croce factors (exp ) where  is 

perpendicular component of incidence wave vector and  is perpendicular component of the wave 

vector in the material [34]. Both factors assume a Gaussian distribution of roughness heights at the 

surfaces and interfaces with the only difference that Novet - Croce (NC) takes average of the wave 

vectors in the two media above and below a given interface. NC can describe at low and high 

grazing incidence angles while the Debye – Waller (DW) describes well for low grazing angles. 

NC and DW are limiting cases of the generalized description of Distorted Wave Born 

Approximation (DWBA) for non-specular scattering [35]. Both NC and DW have limitations to 

account practical influences of neighboring atoms that make interface roughness not exactly 

Gaussian distribution. Such interface irregularity corrections are included at each interfaces 

between the “spacer” and “absorber” layers during reflectivity calculations or fitting to measured 

data. This method of accounting interface roughness is also known as two-layer modeling (i.e. the 

period contains only two layer pairs). However, when significant formation of interlayers are 

formed during the ML growth a four-layer modeling (i.e. the period contains four different layers) 

give better description of the structure and its optical properties [36]. 

Z 
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1.5 Light scattering for single surface and multilayer interfaces 
Light scattering techniques have long - standing history in quantifying surface finish by using 

longer wavelengths in visible, infrared and UV [37, 38]. Scattering measurements still maintain 

their demand as potential techniques in measuring roughness and defects of optical surfaces, thin 

films and multilayers in shorter wavelengths of EUV and soft X-rays in the increasingly 

miniaturized nanotechnology.  

However, scattering experiments at EUV wavelengths are far more challenging as the 

scattering increases ~  . This implies that a surface categorized ‘smooth’ in the tradition long 

wavelength measurement can scatter significant amount of the incident radiation in EUV. In most 

cases, 3D scan of the scattered signals is required to obtain signature of a surface, which is time 

consuming for the industry. In line to the developments of short wavelength scatterometers, we 

describe in this chapter a simpler version of tabletop EUV scatterometer mainly targeted for angle 

resolved measurements.  

 

1.5.1 Historical background of light scattering techniques 

The most commonly used theories of surface scattering among many others are the classical 

Rayleigh-Rice surface scatter theory (1951) [39], the classical Beckmann-Kirchhoff surface scatter 

theory (1963) [40], and the generalized Harvey - Shack theory (1976) [41].  

The classical Rayleigh-Rice surface scatter theory is a rigorous vector treatment (takes 

polarization of the incident and scattered light into account) valid for large incident and scattered 

angles; however it utilizes a perturbation technique with an explicit smooth-surface approximation 

and is limited in the case of rougher surfaces [42, 43]. 

The classical Beckmann-Kirchhoff (B-K theory) surface scatter theory is valid for rougher 

surfaces starting from Kirchhoff’s integral which gives the scattered light-field amplitude, but it 

has an inherent paraxial or small-angle limitation that restricts its ability to accurately account for 

both wide-angle scattering and large angles of incidence  [44]. Vernold and Harvey [45] have 

modified the B–K theory to overcome this limitation. Their modification involves replacing the 
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geometrical form factor of the B–K theory by a simpler Lambertian form. This extends the utility 

of the theory to large angles of both incidence and scatter [46].  

Harvey and Shack (1976) developed a linear systems formulation of surface scatter 

phenomena in which the scattering behavior is characterized by a surface transfer function [47]. 

This treatment provided insight and understanding not readily collected from the above two 

theories, however, it suffered from the same paraxial limitations as the Beckmann-Kirchhoff 

theory. Later Krywonos and Harvey developed a linear systems formulation of nonparaxial scalar 

diffraction theory (1999) [48]. This led to the unified surface scatter theory that combines the 

advantages of the classical Rayleigh-Rice and the Beckmann-Kirchhoff theories that appeared to 

be valid for both smooth and moderately rough surfaces and at arbitrary incident and scattered 

angles known by the name generalized Harvey- Shack theory (GHS theory) [49]. By Fourier 

transforming the surface transfer function obtained by the GHS theory, one can calculate the BRDF 

(bi-directional reflectance distribution function) analytically since measurement of BRDF is 

challenging. BRDF calculations based on the GHS theory are required as an input to image analysis 

codes for increasingly short wavelengths (EUV and X-rays) that violet wavelengths smooth 

surface approximation implicit in the Rayleigh-Rice surface scatter theory. However, for surface 

roughness analysis, experimental measurement of BRDF is required. More conceptual and 

experimental definitions of BRDF are provided in section 5.3. 

 

 1.5.2 The Bidirectional Reflectance Distribution Function (BRDF) 
In 1970, Nicodemus introduced a four-dimensional bi-directional reflectance distribution 

function (BRDF), a quantity that geometrically describes the scattering properties of a differential 

surface element. In general, it can be defined in radiometric terms as the reflected (scattered) 

radiance ( , , , ) divided by the incident irradiance ( , , , ), Eq.(1-12) [44].  

 

                         BRDF= ( , , , ) = ( , , , )
( , , , )

                                                  (1-12) 

Where (θi, ) and (θs, ) are the incident angle and scattered angle in conventional spherical 

coordinates.  
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Practically, BRDF can be measured for a small differential area element of a reflecting 

surface, Δ , with a narrow beam of light at a fixed angle of incidence and measuring the radiant 

power by scanning a small collecting aperture over a hemisphere centered upon the normal to the 

surface element [48, 50] for the geometry given in Fig 1.9.  

 
Figure 1.9: Illustration of the geometry used in defining the BRDF. 

Under these conditions, the BRDF is approximated by dropping the differentials in Eq. (1-12) 

leading to the simpler Eq. (1-13). 

                                            BRDF = /                                                             (1-13) 

Where Δ s is the radiant power scattered into the solid angle Δ  subtended by the collecting 

aperture, and Δ  is the incident radiant power falling on the area element, Δ . The total BRDF 

would consist of an infinite family of these two - dimensional scattered light distribution functions; 

one for every possible incident angle. The BRDF is also a function of the wavelength and the state 

of polarization of both the incident and scattered radiation. The total integrated scattering (TS) 

defined by the ratio of the power  scattered into the forward or backward hemisphere over the 

incident power I can be derived by integrating the BRDF function as in Eq.(1- 14). 

                                    TS = 2   sBRDF 



cos
2

0
 ssin s sd                                         (1-14) 

Δ  
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         1.5.3 Angle resolved scattering measurements  
Angle-resolved scattering (ARS) experiments are one of the available techniques in analyzing 

single optical surface roughness, interface imperfections of thin films and multilayer interfaces 

[51]. One can obtain the BRDF by multiplying the ARS by  . In many applications, it is not 

only the amount of scattered light, but also the angular distribution of the scattered radiation that 

is important. James E. Harvey, et.al in ref [49] listed four major areas of applications where angular 

distribution of the scattered light is important: 1) The design and analysis of stray light rejection 

systems required by optical systems used to view a relatively faint target in the vicinity of a much 

brighter object, 2) the fabrication of “super-smooth” surfaces for high resolution X-ray and 

extreme ultraviolet (EUV) imaging systems, 3) inverse scattering applications where scattered 

light “signatures” are used to remotely infer target characteristics, and 4) the engineering of 

“enhanced roughness” to increase the efficiency of thin-film photo-voltaic solar cell applications. 

For optically smooth metallic or dielectric single surfaces (Fig 1.10a), angle-resolved 

scattering is directly proportional to the 2D surface power spectral density (PSD) given in Eq. (1-

15) based on the vector perturbation theory (VPT)  [52, 53].  

                      ( , ) = cos   ( , )                                                  (1-15) 

Where  is the illumination wavelength,  is an optical factor that is determined by the refractive 

index, scattering angles ( ), incidence angle ( ) and polarization states of illumination and 

detection. The validity of VPT, in many publications, is limited to surfaces with smaller micro- 

roughness compared to the wavelength [54, 55]. Under the smooth - surface limit approximation 

(i.e. when the surface/interface  roughness σ is much less than the wavelength λ of the incident 

light), light scattering from a multilayer coating of rough interfaces as shown in Fig 1.10b can be 

theoretically calculated by Eq. (1-16) [56]. 

                                               ( ) =  ∑ ∑ ∗ ( )                                               (1-16) 

Where  is an optical factor that contains the illumination and detection characteristics 

(polarization, incidence angle  and scattering angle ) as well as properties of the perfect ML 

(thickness, optical functions, etc.). The roughness properties of the interfaces ( = ) and their 

cross-correlations ( ≠ ) are described by the PSD function.  
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Figure 1.10: a) Single surface scattering geometry used in Beckmann-Kirchhoff theory. b) Basic 

geometry of scattering from multilayer structures of number of interfaces,  .  

 

However, calculation of ARS according to the inverse mathematical Eq. (1-16) is very 

challenging because the number of input parameters grows ~ . Besides, optical and structural 

parameters of each interfaces need to be known beforehand. Therefore, direct measurements of 

ARS distributions from experiments are common practices. In such cases, ARS is defined by Eq. 

(1-17) similar to the BRDF. 

                                               ( ) = ( )
∆

                                                                                    (1-17) 

Where Ps is the power scattered into the solid angle ΔΩs, normalized to the incident power Pi. The 

instrument geometry defines ΔΩs as a function of the detector aperture and its distance to the 

sample. 

There are different approaches of performing angle resolved scattering measurements. 

Goniometer based experimental systems are conventional set-ups for 3D ARS measurements in 

Synchrotrons and to some extent stand-alone in house laboratories [57]. Main advantage of such 

systems is flexibility, sensitivity and speed as well as a direct link to the optical performance at the 

working wavelength. Goniometer systems contains three main parts: the radiation sources, beam 

propagation/conditioning part and the experimental/detection chamber as shown in Fig 1.11. 
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Figure 1.11: Scheme of stand-alone scatterometer developed at the Fraunhofer IOF- a typical goniometer 

based instrument for 3D-ARS measurements [51]. 

 

In Fig 1.11, the detector moves by one of the goniometer arms in a constant radius around the 

sample to capture angular distribution of the scattering. The disadvantages of goniometer systems 

are, however, time consuming and are availability is limited to the Synchrotron facilities. The 

alignment of goniometer systems is also challenging due to the number of degrees of freedom for 

sample adjustment, incidence and scattering angles, and polarization. The time-consuming 

measurements and alignment complexities make goniometer systems unsuitable for high volume 

quality assessment. Laboratory set-ups that perform in-plane 1D/2D scan are emerging. As part of 

the trends to have laboratory based scattering set-ups, a EUV scatterometer experiment based on 

high brightness discharge produced plasma (DPP) source is under development at the physics 

department of RWTH Aachen University. Chapter 5 of the thesis describes the experimental set-

up and provides preliminary analysis of this grazing incidence diffuse reflection from surfaces and 

multilayers at incidence wavelength of 13.5 nm and 2% bandwidth. 
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2. MULTILAYER FABRICATION AND 
CHARACTERIZATION  

The first part of this chapter describes theoretical basics of the two most common thin films 

and multilayer deposition techniques that are used to develop multilayers described in the thesis. 

The second part of the chapter explains a short summary of characterization techniques of thin 

films and multilayers. 

2.1. Introduction on multilayer growth 

In principle, any method for the deposition of thin films can be used for the fabrication of 

multilayer coatings. The deposition of EUV and soft X-ray reflecting periodic stacks of more than 

a hundred extremely thin and atomically flat layers requires a dedicated deposition technique. For 

many coatings, the quality of the boundaries is also the most important parameter for the performance of 

the coatings. Thicknesses are often shorter by a factor of 100 from conventional mirrors and boundaries 

have to be sharp within 1/10 of the multilayer period [58]. To successfully grow such layers, detailed 

knowledge and control is required on the surface science processes in general and processes of 

epitaxial growth and nucleation. So far, multilayer interference coatings for short wavelength 

applications have been successfully fabricated using evaporation, sputtering, epitaxial growth and 

laser – plasma deposition techniques [59]. 

There are three modes of epitaxial thin film growth at crystal surface or interfaces. Frank–van 

der Merwe (FM: layer-by-layer), Stranski–Krastanov (SK: layer-plus-island) and Volmer–Weber 

(VW: island formation) [60]. The basic differences among the three growth models are shown 

schematically in Fig 2.1.  
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Figure 2. 1: Schematic diagram of three basic epitaxial thin film growth models: (a) layer-by-layer growth 

mode (FM); (b) island growth mode (VW); and (c) Stranski –Krastanov (SK) mode [34]. 

 

In Frank–van der Merwe (FM) growth, the deposited atoms (ad-atoms) attach preferentially 

to surface sites resulting in atomically smooth, fully formed layers. This layer-by-layer growth is 

two-dimensional, indicating that complete films form prior to growth of subsequent layers [61]. 

Nevertheless, this is only possible for a limited number of material combinations under very strict 

conditions. In Volmer–Weber (VW) growth, adatom–adatom interactions are stronger than those 

of the adatom with the surface, leading to the formation of three-dimensional adatom clusters or 

islands [62]. Growth of these clusters, along with coarsening, will cause rough multi-layer films 

to grow on the substrate surface. For hetero-epitaxial growth of layers from more than one 

materials with different structures, the SK model describes the process fairly [63]. The SK growth 

is an intermediary model between the FM and VW. 2D layer and 3D island growth characterize it. 

Transition from layer-by-layer to island-based growth occurs at a critical layer thickness which is 

highly dependent on the chemical and physical properties, such as surface energies and lattice 

parameters, of the substrate and film [64]. The experimental observations on Ge/Si systems seem 

to show a critical thickness of about 3 monolayers (ML) for pure Ge on Si substrate [65]. “In 

general, ad-atoms need energy to form smooth, dense and closed layers, but on the other hand, a 

too high ad-atom energy can activate a chemical reaction of the particle with the previous layer 

leading to compound formation at the interface, or cause penetration of the particle into the 

previous layer, resulting in enhanced interface intermixing. Ideally, one should be able to tune the 
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particle energy to the different growth stages that are encountered: low in the initial growth part of 

the layer while increasing when the layer thickness increases [63]”. 

 

2.2. Multilayer deposition techniques 
In layer deposition processes, thermal and kinetic energies of the ad-atoms are critical 

parameters in optimization of stack regularity, layer composition and interface structures. For 

multilayer growth from at least two different materials, the conflicting requirements of energies of 

the ad-atoms make the selection of a deposition technique that fulfils the requirements for all 

constituent materials challenging. High–performance EUV/Soft X-ray mirrors have been 

successfully deposited with different physical deposition techniques each having advantages and 

disadvantages. Of the many methods that have been applied, magnetron sputtering and electron 

beam evaporation are the most widely used. Further discussion on these two methods are provided 

in the subsequent paragraphs. 

 Electron beam evaporation (E-beam) is a Physical Vapor Deposition (PVD) technique 

whereby an intense, electron beam is generated from a charged tungsten filament and steered via 

electric and magnetic fields to strike source material (e.g. pieces of Co) at the crucible and vaporize 

it within a vacuum environment. At some point as the source material is heated via this energy 

transfer its surface atoms will have sufficient energy to leave the surface.  At this point they will 

traverse the vacuum chamber, at thermal energy (less than 1 eV), and can be used to coat a substrate 

positioned above the evaporating material.  Average working distances are 300 mm to 

1000mm.  Typical structure of an E-beam evaporator is shown in Fig 2.2. 
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Figure 2. 2: a) Image of structure of an electron beam evaporation device; b) IONVAC e-beam and Joule 

evaporation system at CNR- IFN, Padova. Example: the recipe for e-beam evaporation of SiO2 in the 

industry is: Base Pressure: < 10-5 Torr,  Emission Current: 150 to 200 mA, Sweep Size: Entire crucible 

Accelerating Voltage: 10 kV [66]. 

 

The E-beam machine consists of two main sections; an electron source (electron gun) and the 

deposition chamber. The electron source generates electrons through thermionic emission, field 

electron emission or the anodic arc method, accelerates them as electron beam, and deflect them 

via electric and magnetic fields into the crucible section that holds the evaporant material. The 

deposition chamber section is a low-pressure chamber where evaporation, transport towards 

substrate and deposition of target materials take place. Continuous source of heat energy from 

accelerating electron beams is required until the vapor pressure Pvapor > 10-4 torr for most elements. 

Early attempts to quantify evaporation phenomena, from the kinetic theory of gases, has led 

to the basic equation (Eq. 2-1) for the rate of evaporation ɸ  from both liquid and solid surfaces 

[59]. 

                                     ɸ = 3.513 × 10  
√

   molecules/cm2 sec                                 (2-1) 
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Where Pvap is vapor pressure (torr), M is molecular weight and T is the temperature (°c). This 

equation can be converted to mass evaporation rate, Γ  as given in Eq. (2-2).  

 

                                Γ = 5.834 × 10     Pvap  g/cm2 sec                                               (2-2) 

Example: at Pvap = 10-2 torr, mass flux = 10-4 grams/cm2 sec.  

While metals essentially evaporate as atoms and occasionally as clusters of atoms, the same is not 

true of compounds. Therefore, the vapor composition is usually different from that of the original 

solid or liquid sources. This causes a stoichiometric variation of deposited film from that of the 

source.  

A related and highly vital parameter in E-beam deposition is the film thickness uniformity and 

purity. The deposition geometry mainly influences the ultimate film uniformity. Film thickness 

uniformity for point and surface source are given in Fig 2.3 [59]. The characteristics of evaporation 

sources (point vs surface sources), source-substrate distance (h), vacuum pressure and sample size 

can limit film uniformity. As can be seen from the evaporation geometry in Fig 2.3 (Inserted), 

maximum thickness d0 grows at = 0. For ≠ 0, film thickness d is less than the maximum. 
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Figure 2. 3: Film thickness uniformity for point and surface sources. (Insert) is geometry of evaporation 

onto a parallel plane substrate [33]. 

 

Decreasing sample size (ℓ), increasing source–substrate distance (h), better vacuum, using 

multiple sources, moving substrate during deposition (e.g uniform rotation), put source and 

substrate on same sphere surface can enhance film uniformity in E-beam deposition.  

The other Plasma Vapor Deposition (PVD) process most used today is magnetron sputtering. 

In magnetron sputtering, a plasma is created and positively charged ions from the plasma are 

accelerated by an electrical field superimposed on the negatively charged electrode or "target". 

The positive ions are accelerated by potentials ranging from a few hundred to a few thousand volts 

and strike the negative electrode with sufficient force to dislodge and eject atoms from the target. 

These atoms will be ejected in a typical line-of-sight cosine distribution from the face of the target 

and will condense on surfaces that are placed in proximity to the magnetron sputtering cathode, 

Fig 2.4 

 

           
Figure 2. 4: a) principle of magnetron sputtering < http://marriott.tistory.com/120 >   b) RF magnetron 

facility at CNR –IFN, Padova. A ‘standard’ process recipe for sputtering a thin film in NanoFab is: Base 

Pressure: less than 1x10-5 torr, Argon flow rate: 30 sccm (standard cubic cm/minute) (1sccm = 2.7x1019 

atoms/cm3), Argon Pressure: 7 mTorr, Power: 300 watts.  

  

a 
b 
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A very fundamental parameter in sputtering systems is the sputter yield, . The sputter yield 

is defined as the number of atoms or molecules ejected from a target surface per incident ion and 

is a measure of the efficiency of sputtering. Theoretically, sputtering processes are described 

through a complex interaction of ions with surfaces, and there have been several theories to 

formulate the sputter yield. The currently accepted theory for the sputtering yield from collision 

cascades is due to Sigmund [66, 67] and predicts that 

 

                                            S =   
( )

                    (E < 1 keV)                              (2-3)       

            

                                         S = 3.56α 
 

 ( )        (E > 1 keV)                           (2-4) 

Where M1 and M2 are molecular weights of struck atoms and target atoms respectively,  is the 

threshold energy required to displace an atom of the target,  is surface binding energy. These 

equations depend on two complex quantities,  and ( ).  is a measure of efficiency of 

momentum transfer in collisions. ( ) is related to reduced stopping power and is a measure of 

energy loss per unit length due to nuclear collisions.  It is a function of the energy as well as masses 

and atomic numbers of the atoms involved. At high energy sputter yield is relatively constant 

because ( ) tends to be independent of energy. Typical values of sputter yields for metals when 

sputtered with inert gases (He, Ar, Kr, Ne and Xe) of energies 0.5 - 1keV range from 0.01 to 4 and 

increase with mass and energy of the sputtering gas [59].  

However, there is another crucial parameter that need great attention in sputtering processes; 

the film thickness uniformity. The film thickness uniformity is a crucial factor for optical and 

electrical applications of the various kinds of films such as metal, semiconductor and insulators 

that are prepared using sputtering systems. Generally, for different sputtering systems and different 

sputtering conditions, the characteristics of the thickness distribution are different. Thickness 

uniformity is influenced by a number of the process parameters such as working pressure, spatial 

distribution of the flow of sputtered atoms, sputtering power and temperature of the sputtering gas, 

type of target material, target – substrate geometry, substrate heating, ratio of rotation speed to 

revolution speed [68], etc.  The good thing of sputtering systems is, however, that several studies 

have been conducted on identifying effects of each parameters on the film thickness uniformity 
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both theoretically and practically, and thickness uniformities within  ±1 − 5% are possible to 

obtain [69]. 

 For researchers and engineers working on film and multilayer growth, it is often useful to 

know the differences of the E-beam and magnetron sputtering facilities in order to notice which 

one does better which. A summary of the difference is given in table 2.1. 

 

Table 2. 1: Main differences between a sputter deposition system and E-beam evaporation 
system for the fabrication of multilayer mirrors [58]. 

 

Sputtering E-beam   
Stable rates Deposition rates can vary 

suitable sputtering for high melting 
point materials 

Requires very high temperature for melting and 
this causes instability of rates  

Thickness control by timing Needs error compensation for the in-situ 
thickness monitor  

Substrate holder rotates past sputter 
source 

Needs shutter in front of the source 

Good thickness uniformity requires 
large (>3.mirror size) chamber 
diameter 

Good uniformity over large areas  

Kinetic energy of deposition often 
> 100 eV can be adjusted 

Kinetic energy smaller than 0.5 eV not adjustable  

Surface smoothing can be 
performed by ion gas bombardment 

Ion polishing added for smoother boundaries  

 

 It appears that sputtering is the method of choice when a large number of similar coatings have to 

be fabricated routinely. Once the optimum parameters for a material combination are determined, 

the deposition process can be easily automated. In contrast, the thermal deposition with in-situ 

monitoring requires more skills from the operator or more sophisticated he computer system to 

control the deposition. 

 
2.4 Characterization methods of multilayers 

Multilayer characterization is a measurement process to understand the intrinsic nature of 

multilayers. Understanding optical, electrical and structural properties of multilayers is crucial for 

the feedback chain of coating processes and for the development of multilayers of designed 
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performances and stability. The characterization techniques in EUV and soft X-rays can have 

varied complexities based on various applications of the multilayers ranging from instrumentation 

for solar astronomy to plasma experiments and EUV Lithography. Besides, quantifications of 

physical parameters such as optical constants, uncertainty calculations of layer thicknesses and 

various structural parameters, quality check of interface profiles, influences of neighboring 

physical and chemical interactions require robust techniques. Thanks to the development of thin 

film growth and surface sciences, the numerous in-situ and ex-situ characterization techniques of 

thin films can be modified to measure multilayer parameters. Analysis techniques most commonly 

used for multilayer surface and in-depth investigation are summarized in table 2.2. The choice of 

a specific technique/s depends on several factors such as in-situ/ex-situ requirement, single film 

vs several layers, range of layer thickness and composition, temporal and spatial resolution 

required, and type of source available at hand, etc. 

 

Table 2.2: Analysis techniques most commonly used for multilayer surface and in-depth 
investigation [70-74]. 
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Techniques Examples Advantages Disadvantages 

Scanning 
probe 

microscopies  

 

AFM High lateral resolution No in-depth information, 
material-independent 

STM Very high lateral 
resolution, can distinguish 
materials 

No in-depth information, 
needs conducting surface 

Profilometers Fast capture of surface 
profiles 

Low spatial resolution 

Electronic  

microscopies  

TEM High in-depth resolution 
(best resolution) 

Intensity scale has no 
calibration 

Expensive  

Difficulty in sample 
preparation 

Lacks large area statistical 
average  

STEM 

FIB 

HAADF 

SEM 

Scattering 
methods  

Elastic-X-ray 
scattering  

-give structural information 
on the atomic length scale 

- Measure ensemble 
average in time 

- Enable in-situ film 
growth monitoring 

- high depth penetration  

- non-destructive and 
surface sensitive 

Scatterings from multilayers 
need theoretical models 

 

For the electron /atomic 
scatterings, area ensemble is 
limited by the de-Broglie 
wavelength  

For multilayers, dynamical 
scattering models are 
required and then 
complexity increases 

Electron 
scattering 

Atomic 
scattering 

SAXS/WAXS 

 

 

Optical 
spectroscopies 

Time-dependent 
dynamic 
reflectance 
(DRS) 

Time average reflectivity 

Simple and non-destructive 

Needs model for 
thick/several layer analysis 

Angle resolved 
reflectometer  

Multi-angle analysis   

Spectral-
resolved normal 
reflectance 

Exploits optical sensitivity  

Used for performance 
testing of multilayers 

Overestimates at-wavelength 
sensitivity  

X-ray standing 
wave (XSW) 
analysis 

-Supports XRR in 
thickness derivation 

Not efficient for low Z 
elements and aperiodic 
multilayers because of low  
fluorescence yield  
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XPS Elemental specific, non- 

destructive 

Limited depth penetration  

Electron 
spectroscopies 

EELS Elemental specific, non 

destructive 

Resolution less than TEM 

AES Sensitive for chemical 

compositions 

Only surface, no lateral 

resolution 

EDX High material 

selectivity 

Averages over large depth 

scales, limited lateral 

resolution 
 

Table 2.2 is a brief summary of various techniques that can be deployed to retrieve certain 

parameters of multilayers. Further explanations of X-ray scattering are provided below since the 

interest of the thesis is on non-destructive and non-imaging metrology techniques of EUV and soft 

X-ray multilayers. 

 

2.4.1 X-ray scattering methods  
Elastic X-ray scattering, atom/ion scattering and electron scattering are particularly useful for 

real-time observation of thin film growth (i.e. in-situ monitoring), because they give structural 

information on the atomic length scale with a time resolution suited to growth dynamics. X-ray 

scatterings are performed at X-ray energies in the 10 keV range where the elastic scattering cross 

section is large and the wavelength of around 1.0 Å produce high depth resolution. It is worth 

noting that chemically selective scattering can be achieved by tuning the X-ray energy to specific 

atomic transitions (e.g Cu-Kα at 8 keV) where the scattering cross section is enhanced by 

anomalous scattering. X-ray methods are generally non-destructive, in that sample preparation is 

not required, and they can provide a very appropriate route to obtain structural information on thin 

films and multilayers. Typical set up of an X-ray diffractometer machine, where diffraction, 

scattering and specular reflection data are measured, is shown in Fig 2.5.  
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Figure 2. 5: Scheme of experimental setup <http://www.hzdr.de/db> 

 

High - energy electrons in the ranges of 30 to 150 kilovolts impinge Cu, Mo or W targets and 

produce broadband bremsstrahlung and Cu Kα characteristic radiation (8 keV, 0.154 nm). Most of 

the unwanted bremsstrahlung radiation is removed with a parabolic multilayer mirror (Gobel 

mirror). Two channelled Si/Ge crystal monochromators (not shown in Fig 2.5) are used to improve 

the energy resolution and divergence angle. A 50–200 μm slit (cutting slit) positioned behind the 

channelled crystal monochromators restricts the size of the X-ray beam. A sample is placed on a 

sample stage that translates in three directions and rotates around three axes to enable different 

measurement requirements. Anti-scatter slit and detector slit are installed to minimize stray light 

and to limit the spot size received by the detector respectively. A fluorescing scintillator is used to 

detect the X-rays. The stimulated scintillator produces fluorescence that is collected and amplified 

by a photomultiplier tube to produce electronic signals. As a result, specular reflection, X-ray 

diffraction and diffuse reflection/scattering can be measured in the same diffractometer machine. 

X-ray diffraction (XRD) is a powerful and convenient tool that measures diffracted intensity 

from crystal lattice planes. However, the new methods of material fabrication and emerging of 
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artificial structures such as the multilayers have challenged the analysis of XRD data. Lots of 

works have been done on XRD from multilayered systems by many groups such as Fullerton and 

Schuller et al [75]. Nevertheless, because in XRD only the scattered X-ray intensity is measured 

and the phase information is totally missing, modeling is usually required to fit the measured 

intensity, and thus indirectly, the structures of samples may be obtained. The problem with 

modeling is that fits are not unique. Analysis even gets tougher for multilayer analysis of XRD 

peaks due to the unavoidable diffusions and formations of alloys, thickness fluctuations and other 

artifacts. 

The specular X-ray scattering, which in effect is X-Ray Reflectivity (XRR), is another 

relevant technique for multilayer analysis. The basic idea behind the XRR is that beam of X-

rays from a flat surface are reflected and intensity of the reflected X-rays in the specular direction 

are measured . If the interface is not perfectly sharp and smooth then the reflected intensity will 

deviate from that predicted by the law of Fresnel reflectivity. The deviations can then be analyzed 

to obtain the density profile of the interface normal to the surface. Fig 2.6 shows X-ray 

measurements of atomic layer deposited 16 –bilayer W/Al2O3 multilayer at  Cu-Kalpha (8 keV) as 

reported in ref. [76].  
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Figure 2. 6: Normalized X-ray reflectivity scan of a 16-bilayer W/Al2O3 multilayer at at  Cu-Kalpha (8 

keV). The inset shows an off-specular transverse scan (rocking curve) performed at the first-order Bragg 

peak for the 16-bilayer W/Al2O3 multilayer at at  Cu-Kalpha [76]. 

 

From the XRR data of multilayers, thickness, density and interface roughness information can 

be retrieved by fitting to a mathematical model of multilayer reflectivity. Even with such model 

dependent analysis, the period of multilayers is determined with high resolution. However, buried 

interface diffusion and corresponding stoichiometric compositions of alloys need a technique with 

higher optical sensitivity than XRR. For optical and buried interface analysis of multilayers, 

Synchrotron based EUV reflectivity at photon energies near the absorption edges of elements give 

high optical sensitivity. The EUV reflectivity analysis in combination with XRR analysis are used 

in chapter 3 and 4 for the characterizations of Mo/Si and B4C/CeO2 multilayers coated in E-beam 

and RF magnetron sputtering facilities.  
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3. EUV AND SOFT X-RAY METROLOGY 

DEVELOPMENT FOR MULTILAYER ANALYSIS  

3.1 Introduction to the GI-EUVR technique 
Multilayer mirrors for reflection at EUV and soft X-rays have short periods, i.e. few 

nanometers. Individual layer thicknesses in the ML stacks are even shorter. Mo/Si MLs for the 

13.5 nm EUV Lithography (EUVL) technology have a period of ~6.7 nm. Space applications for 

near normal reflectivity at 30.4 nm (He-Lyman – α line) demand MLs with period of less than 20 

nm [77]. Next generation EUVL below 10 nm and tabletop EUV and soft X-ray reflectometry 

experiments will require MLs of period shorter than 10 nm. For such ML mirrors, actual optical 

properties at the working wavelength/s, thickness and interface control during deposition processes 

limit the reflectivity performances. Advanced facilities such as ALD (Atomic Layer Deposition), 

E-beam sputtering, RF - Magnetron sputtering and other atomic deposition facilities are required 

to deposit such short period MLs. On the other hand, in-situ and ex-situ measurement and 

characterization techniques are equally important as feedback loops to the facilities and as 

performance tests against theoretical simulations. 

This chapter deals with simple, innovative and non-imaging experimental techniques for the 

characterization of EUV and soft X-ray multilayer mirrors. A Grazing Incidence EUV Reflectivity 

(GI-EUVR) near resonance edges of elements is described as a major technique for the analysis of 

optical properties, structural properties and interface profiles of ML mirrors. Further enhancement 

of the proposed method is performed by systematic combination of the GI-EUVR with X-Ray 

Reflectivity (XRR) measurements and electron imaging techniques. 

 This chapter commences with theoretical study of EUV optical responses near absorption 

edges for sensitive grazing incidence reflectivity measurements followed by experimental 

demonstrations. The potentiality of the GI-EUVR is further demonstrated through damage analysis 
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of multilayer mirrors irradiated by energetic ions foreseen to be a useful technique in space 

applications.  

 

3.2 EUV near absorption edge optical properties for multilayer 

characterization 
The fact that most candidate elements have absorption edge energies in EUV and soft x-rays 

has demanded extensive studies on the optical properties and possible impact on multilayer design 

and reflectivity. Impacts of interface roughness, interface diffusion, fluctuations of optical 

constants and phases of inter-diffusion layers on the reflectivity of multilayers help to understand 

better the interaction of EUV and soft X-rays with materials of interest in this spectrum. In the 

theoretical analysis, two ML reflectivity models are explained depending on how the surface 

roughness and interface imperfections are accounted in the model. One is the statistical (two – 

layer) model and the second is interlayer (four – layer) ML model. In both cases, the theoretical 

analysis are performed near the absorption resonance edges of elements, which have high 

sensitivity to fluctuations of various design parameters. Tabulated values of optical constants of 

elements originally compiled by Henke and his co-authors [78] that are available at the at the 

Center for X-ray Optics (CXRO) database http://henke.lbl.gov/optical_constants/ are used for the 

theoretical calculations. 

 

3.2.1 Statistical (two – layer) modeling of ML reflectivity 
In this model, the reflectivity of multilayers is calculated based on recursive dynamical theory of 

Parrett with interface imperfections accounted by multiplying the Fresnel coefficients by an error function 

such as Debye-Waller factor (~e  ) in the case of small roughness or Nevot – Croce factor 

(~e
   

 ), where  and  are root mean square roughness and  refers to momentum transfer 

vector. The refraction corrected Bragg law is used to determine the relationship between grazing incidence 

angle ( ), wavelength ( ) and period ( ) as follow in the two – layer model. 

 



39 
 

39 
 

                              d =
 

                                                                (3-1)     

Where  is the bilayer weighted real part of the refraction index and m refers to the diffraction 

order. Reflectivity of Mo/Si multilayers on SiO2 substrate with d= 7nm, number of bilayers N =10 

and optimized Γ −ratio to the wavelength of 99.4 eV (near Si - LIII edge) incident radiation are 

theoretically calculated using the two - layer model. Off- absorption edge reflectivity calculation 

is also performed for the sake of comparison with the near edge calculations as shown in Fig 3.1.  

 

 
Figure 3. 1: Effects of interface roughness (  ) on the grazing incidence reflectivity of; a) Mo/Si 

multilayer on SiO2 substrate, = 7 , = 10 at incident photon energy 140  (~ 8.86 );  b) Mo/Si 

multilayer on SiO2 , = 7 , = 10   99.4  (~ 12.5 ) 

 

The impact of interface roughness on grazing incidence reflectivity of Mo/Si MLs is 

theoretically shown at two different incident photon energies (99.4 eV and 140 eV).  Debye – 

Waller like interface error functions exponentially decreases reflectivity of MLs as the wavelength 

gets shorter. However, a shift in angle of the Bragg peak does not occur.  

Similarly, impacts of fluctuations in optical constants on the grazing incidence reflectivity of 

Mo/Si MLs are provided in Fig 3.2. Optical constants of materials can be modified due to several 

factors. Deposition process imperfection, harsh working environment such as energetic ions 

bombardment, thermal loads, aging, chemical interaction such as oxidation are some of the factors 

which can bring about changes in optical constants which in turn affect reflectivity performance. 

36 38 40 42 44 46
0

0.01

0.02

0.03

0.04

0.05

0.06

0.07

0.08

0.09

Grazing Incidence Angles (°)

In
te

ns
ity

 R
ef

le
ct

iv
ity

, R

[Mo/Si] on SiO2, N=10, d=7nm, E=140 eV  for s-polarization

 

 

20 A° rms roughness
15 A° rms roughness
10 A° rms roughness
5 A ° rms roughness
3 A ° rms roughness
0 rms- REF

a

55 60 65 70 75 800

0.05

0.1

0.15

0.2

0.25

0.3

0.35

0.4

0.45

Grazing Incidence Angles (°)

In
te

ns
ity

 R
ef

le
ct

iv
ity

, R

[Mo/Si] on SiO2 , N=10, d=7nm, E=99.4 eV for s-polarization

 

 

20A° rms roughness

15A° rms roughness

10A° rms roughness

5A° rms roughness

3A°  rms roughness

b



40 
 

40 
 

Capping [79] and Ion beam bombardment [80] are some of the technological solutions thus far 

implemented to sustain stability of MLs and increase reflectivity. To gain an idea of how much 

the reflectivity is affected by changes in optical constants (possibly caused by one or more of the 

above listed phenomenon) for a given theoretical modeling, 5,10 and 15% changes in  and  of 

Si and Mo layers are introduced in the statistical model. First, Si layers are made to change 

(keeping  and  of Mo layers constant) and vice versa. It is true that change in optical constants 

will cause changes in reflectivity for any wavelength in the EUV and X-Ray region. Nevertheless, 

at the near absorption edge it could be significant when the change is, for example, due to chemical 

interactions since the resonance scattering response is quite sensitive to local environment 

interactions. 

 
 

Figure 3. 2: 5, 10 and 15% change introduced to optical constants of Mo and Si layers independently; a) at 

incident photon energy of 99.4 eV; b) at 140 eV.    of Si layers are changed first while that of Mo 

layers are kept constant, and vice versa. This way the impact of fluctuations of optical constants of Si layers 

and Mo layers can be determined independently. 

 

At 99.4 eV, 10% decrease in  and  of Mo layers resulted in 11% change in reflectivity 

while 10% change in Si layers caused 1.45% loss in reflectivity. At 140 eV, 10% decrease in   

and  of Mo layers resulted in 15% change in reflectivity while 10% change in Si layers resulted 

in 6% loss. In general, reflectivity of the model for wavelengths near the Si LIII edge have shown 

higher tolerance to changes of optical constants of Mo and Si layers. It is also vivid that near the 

Si edge (i.e. at 99.4 eV), tolerance to changes in  and  of Si layers, compared to the same changes 

a 
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in Mo layers, is high. This is indeed useful finding in optimizing numerical fitting procedures of 

reflectivity curves for Si based MLs near its EUV edge. 

In summary, statistical model gives useful insight for the theoretical analysis of ML 

reflectivity. However, it is limited when inter-diffusion layers are formed. Thus, a different model 

not just based on two-layer system but four-layer system is theoretically studied below for MLs 

with inter-diffusions. 

 

3.2.2 Four - layer modeling of ML reflectivity 
In practice, ML interfaces are neither smooth nor sharp. The two – layer system (aka interlayer 

modeling) is just a simplified version. Several scenarios result in intermixing of layers during and 

after deposition of MLs even although inter-diffusion during deposition process is a major cause. 

In either cases, to be able to characterize MLs with inter-diffusion regions is paramount important 

as a feedback to the manufacturing process and study impacts of parameters on the shape and value 

of the reflectivity curves. The four - layer model is explained in Fig 3.3. In this theoretical 

modeling, a period (d) consists of layer 01 + interlayer -01 + layer 02 + interlayer -02 as indicated 

in Fig 3.3a. The interface region can be characterized by an interface profile function, p(z), and an 

interface width, σ, as illustrated schematically in Fig 3.3b.  

         

Figure 3. 3: Four – layer modeling of MLs with enhanced inter-diffusion at interfaces. 
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Again, Mo/Si MLs on SiO2 substrate with =  4, d = 7nm, Mo and Si layer thicknesses 2.3 

nm and 2.9 nm respectively. The introduced inter-diffusion (interlayer) regions in the modeling 

have 1  for the Mo – on - Si and 0.8  for Si – on – Mo interfaces. Analysis include effects 

of interlayer thicknesses, period thickness fluctuations and effect of stoichiometric phases of 

interlayers on the reflectivity curves. First result, which deals with impact of interlayer thicknesses 

at two photon energies, is given in Fig 3.4  

 

Figure 3. 4: Reflectivity from  [ / 2/ / 2]×  + Mo +MoSi2 + Si on SiO2 substrate for different  

interlayer thicknesses at two different photon energies (140  and 99.4 eV) while the period ( ) is kept 

constant. 

 

At 99.4 eV (near Si LIII edge), 2Å change in interlayer thickness resulted in an average change 

of 6.7% in reflectivity (R) while for the 140 eV (a bit off the Si edge) an average change in 

reflectivity of 3.8% is noted. Clearly, the Bragg peak at 99.4 eV demonstrates high sensitivity to 

slight changes in thickness of interlayers. Such thickness sensitivity near the EUV absorption edge 

is vital for ML characterization in EUV and soft X-rays as will be explained shortly. The other 

interesting observation in Fig 3.4 is that as long as the period is kept constants, variation of 
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interlayer thicknesses does not cause redistribution of reflectivity peaks. In fact, Fig 3.5 below 

confirm that peak redistribution is inevitable when the period of the ML structure changes.  

 

Figure 3. 5:  Effects of slight changes in period thickness on the reflectivity curve at two photon energies. 

The sensitivity is high for both energies with more pronounced sensitivity at the near absorption edge (i.e. 

at 99.4 eV) 

 

Another important property investigated in the four - layer ML structure is the impact of 

tailoring  and  of the interlayers, Fig 3.6. For Mo/Si MLs there is a possibility of MoSi2, Mo2Si3 

or Mo3Si5 phases appearing as interlayers depending on the deposition quality and process 

parameters. Measured  and  of Mo2Si3 or Mo3Si5 are not available in the literature. Therefore, 

a theoretical calculation of refractive index (n) of materials for X-rays Eq. (3-2) and (3-3) are 

adopted for EUV and soft X-rays. According to this method,  and   are calculated by taking real 

and imaginary scattering factors  and  respectively and weighted average of constituent 

elements. 

                                    Δ= reλ2

2π
N0ρ ∑ xi Zi+ f1

0  ∑ xiMiii                                                      (3-2) 
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                                    Β = reλ2

2π
N0ρ ∑ xi Zi+ f2

0  ∑ xiMiii                                                     (3-3) 

Where re is classical electron  radius (2.82 × 10  nm), N0 is Avogadro number (6.022× 10 ), 

 is the wavelength ,  is density (gm/ ), Zi refers to atomic number of the ith atom, Mi is atomic 

weight of the ith atom and xi is the atomic ratio (molar ratio) of the ith atom. 

 
Figure 3.6: Sensitivity of the four-layer model to various compounds (alloys) of interlayers. Interlayers of 
stoichiometric ratio MoSi2, Mo2Si3 and Mo3Si5 are simulated for both 99.4 eV (right) and 140 eV (left). 

 

The sensitivity of the four-layer model for these compounds is tested. What the model is trying 

to differentiate is the optical constants of those compounds. The optical constants of each 

compounds are calculated by taking the weighted average of its constituent elements11. The period 

is kept at 7 nm, Mo and Si layer thicknesses are 2.3 nm and 2.9nm respectively, interlayer 

thicknesses considered in this simulation are 1nm for the Mo-on-Si and 0.8nm for Si-on-Mo. 

 

3.3 Grazing incidence EUV reflectivity for the analysis of multilayers  
In EUV and soft X-rays, accurate measurements of optical properties of multilayer mirrors 

(MLs) and chemical compositions of inter-diffusion layers are yet particularly challenging. The 

theoretical analysis in section 3.2 have signaled significant potential of the EUV and soft X-ray 
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near absorption edge optical response in characterizing MLs. In this section, experimental 

measurements are performed to validate the theoretical analysis.  

The experiments base on EUV reflectivity measurements at photon energies near the 

resonance absorption edge of the low-Z element in the ML structure. The experimental setup is 

designed to make at-wavelength reflectivity measurements in a grazing incidence setup analogous 

to that of XRR. The method is called GI-EUVR (Grazing incidence EUV reflectivity). It benefits 

from the underlying physical phenomenon of abrupt optical responses near EUV resonance edges 

and wide grazing measurements that consists of several Bragg peaks. This way, optical and 

structural parameters of MLs can be derived with high sensitivity and reliability. Nevertheless, the 

major advantage of the method is a possibility to perform detailed quantitative analysis of buried 

interfaces of multilayer structures in a non-destructive and non-imaging setup. The method is also 

used to analyze the damage of ML mirrors exposed to energetic ions that are of interest to the solar 

coronal studies. 

Following the theoretical analysis described in section 3.2, coatings of Si/Mo multilayers on 

Si substrate are investigated using the GI-EUVR method for demonstration of its strength. Si/Mo 

MLs are chosen for the demonstration because properties of these structures have been widely 

studied. Atomic scattering factors of elements starting from atomic number Z=1-92 have been 

measured by Henke and his co-authors in the energy ranges E=50 - 30,000 eV [78]. Significant 

work  on the design and characterization of capping layers of Si/Mo mirrors for EUVL application 

[81, 82] by Sasa Bajt et.al, mitigation of substrate defects in reticles using ML buffer layers by B. 

Mirkarimii [83], Mo/Si ML components for high harmonic generation sources applicable in EUV 

by Eric M. Gullikson [84] are among the studies directly or indirectly contributing to the Mo/Si 

MLs for EUVL applications at 13.4 nm wavelength. 

The Si/Mo MLs and corresponding capping structures (see Table 3.1) discussed here were 

designed for applications in solar missions, in particular for the development of an imaging 

instrument for SOLO ESA missions [85, 86] that is expected to reach as close as 0.28 AU (at the 

perihelion minimum) from the Sun. 
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Table 3.1:  ML design parameters and capping layera          

    

 

 

 

 

 

                                                                a Three ML samples with same interior structures but different CLs.  

The GI-EUVR measurements at 99 eV photon energy were carried out at the BEAR (Bending 

magnet for Emission, Absorption and Reflectivity) beamline of ELETTRA Synchrotron in Trieste 

[87]. The BEAR beamline offers a spot size of 400  FWHM in horizontal and 100  in the 

vertical, angular resolution accuracy of 0.1°,  linear polarization of ≥ 90% at the considered 

photon energies, and relative energy resolution /Δ  =3000 in the range 40−1600 eV. The stability 

and reproducibility of the beam energy coupled with the high - accuracy control of the beam-line 

facility operation and measurement processes allowed for increased accuracy and reliability of 

experimental data analysis. In addition to that, XRR measurements at hard X-ray photon energy 

(Cu  – 8.0 keV) have been performed using X’PERT-PRO diffractometer system [88] (voltage 

and current sources of 40 kV and 40 mA respectively in  - 2  scan mode). The XRR source has 

a beam divergence of 0.03125 degrees in the incidence plane. 

Numerical reconstruction of ML parameters from reflectivity measurements is an inverse 

process and ML model and algorithm dependent. Basic explanations of the software, reflectivity 

model and optimization algorithms used to reconstruct the ML parameters are described below. 

Reconstruction of ML parameters from both XRR and GI-EUVR are performed using IMD 

software package (http://www.esrf.eu/Instrumentation/software/data-analysis/xop2.3) that can 

yield both specular and non-specular (diffuse) optical functions [89]. A nonlinear curve fitting to 

measured reflectivity curves against a goodness of fit parameter chi-square (χ ) similar to that of 

Pearson´s criterion [90] retrieves almost any parameter of a ML. A common practice of curve 

fitting in IMD embraces generation of independent or joint confidence intervals to assure fit 

Capping layer structures 

 CL1                        CL2                    CL3 

Si (18.72 nm)          Ir (2.0 nm)         Ir (2.0 nm) 

Mo (3.5 nm)             Mo (2.2 nm)          Si (15.4nm)  

                                                           Mo (2.95nm) 

Sample_01            Sample_02            Sample_03 

Si substrate 



47 
 

47 
 

parameter values are in the properly derived allowed ranges (confidence intervals) associated with 

the best curve fitting, based on methods given in [90, 91]. In IMD, confidence intervals are 

calculated in either Marquardt or Levenberg-Marquardt gradient-expansion algorithms. For MLs 

considered here, the nonlinear curve fitting in IMD is repeated until the probability of finding fit 

parameter values within the confidence intervals reach 90 - 98 %. Therefore, the discrete thickness 

and optical constants given in tables and figures are determined with 90 - 98% probability of 

finding them within the confidence intervals. 

Parratt’s dynamic reflectivity model of MLs and Debye-Waller like factor (~  ) to 

account interface irregularities, where  is rms roughness and  refers to momentum transfer 

vector, are chosen for the numerical calculations of reflectivity in IMD [89]. Genetic Algorithm 

(GA) and a more complex form of it known by Differential evolution (DE) are alternatively used 

in the fitting optimization. Detailed description of the GA has been published in [92]. GA is 

considered as a global optimization algorithm as it is generally less sensitive to the choice of initial 

parameter values and less susceptible to stacking at local minima even if the function contains 

more than one peaks. In contrast to other methods GA combines a stochastic search of global 

minima in a parameter space with intelligent strategy of solution finding [93]. But also, a manual 

tuning of parameters to visualize in real time the resulting effect on reflectance were performed 

based on previous work reported in [94] to set initial parameters values relatively close to the final 

values. A combination of the robust GA and possibility of manual parameter tuning has made IMD 

versatile software that several ML parameters can be iteratively tuned during fitting. Layer and 

interlayer thicknesses, optical constants, interface diffusion layers and their stoichiometric 

compositions can be retrieved. To minimize numerical uncertainties due to the number of free 

parameters, period of MLs as obtained from XRR analysis is fixed in the GI-EUVR fittings. 

Besides, the Γ −ratio enables to choose ML structure models based on four-layer system (i.e. layer 

1+ interlayer_01 +layer 2 + interlayer_02) due to the interfaces diffusion. For such ML model, a 

basic roughness of 3 - 5Å suffices to account interface irregularities between interlayers and layers 

[95].  

Following the above nonlinear curve fitting strategies, XRR measured and fit curves at  Cu  energy 

are provided in Fig 3.7a and  Fig 3.8a for sample_01 and sample_02 (Table 3.1) respectively.  
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Figure 3. 7:  a) Measured and fit curves of XRR for sample_01 with Si/Mo capping structure. b) Measured 

and simulated reflectivity at EUV (99 eV) for sample_01 with simulation thicknesses taken from XRR fit. 

Note that Ѓ refers to ratio of Si layer to the period. 

1 2 3 4
1E-9

1E-8

1E-7

1E-6

1E-5

1E-4

1E-3

0.01

0.1

1

 

Fit parameters
Ir layer

(
1), z=20.23 Å

Mo layer
(

2
)

, z=23.66 Å
[Si/Mo] MLs, d=162.68 Å, N=25, gamma=0.804
   Si layer (3), z=130.50 Å
   Mo layer (4), z=33.12 Å
  Si substrate 

X-
ra

y 
re

fle
ct

iv
ity

, X
R

R

Grazing incidence angles (deg)

 Fitted
 Measured at Cu K

alpha

Measured and fitted XRR curves for sample_02 (Ir/Mo capped)

a

 
Figure 3. 8: a) Measured and fit of XRR curves in IMD for sample _02. b) Measured and simulated 

reflectivity at EUV (99 eV) for sample_02 with thicknesses taken from XRR fit. Note that Ѓ is ratio of Si 

layer to the period. 

 

The simulated and measured GI-EUVR curves of sample_01 and sample_02 are also given in Fig 

3.7b and Fig 3.8b respectively. The GI-EUVR caclulations near the Si resonance edge ( ~ 99 eV) for all 

the samples are performed by adopting period and layer thicknesses as dervied from the XRR analysis.The 

comparison shows a clear misfit between the measured and simulated GI-EUVR curves.  
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XRR fit for sample_01 (CL1) gives a period of 163.17 Å, and Γ − ratio = 0.797 (Fig 1a) while for 

sample_02 (CL2) gave a period d = 162.68 Å and  Γ = 0.804 (Fig 2). Similarly for sample_03 (with CL3) 

the period is determined to be 162.80 Å, and Γ = 0.801. Period, layer thicknesses and interface roughness 

are the only input parameters during the fitting. In all cases, interface roughness of 2 - 4 Å give better fit of 

the measured XRR curves. For all the three ML samples, numerical fits to XRR measured data at Cu  

(~8.0 KeV) returned ML thickness ratios (Ѓ-ratios) different from the design value Γ = 0.82. This can be 

considered as indication of formation of interlayers between Si and Mo layers having intermediate optical 

constants [96]. As an independent evidence for the  formation of interlayers at the interfaces of a 

representative Si/Mo ML structure shown in Fig 3.9 and discussed in [85] was demonstrated from high - 

spatial resolution transmission electron microscopy (HR-TEM) image. That sample was deposited in the 

same RF sputtering facility at the RXO LLC (N.Y. USA) deposition facility under similar ultra-high 

vacuum, pressure and temperature conditions as the samples discussed in this section. There is only a slight 

difference in number of bilayers ( ) compared to the current samples. 

 

 

 
 

Figure 3. 9: High-spatial resolution transmission electron microscopy (HR-TEM) image of a Si/Mo ML 

discussed in [85]. The onset shows interface at the top of the ML structure. 

 

To reach at reasonable fits to the measured GI-EUVR curves (i.e. to avoid the misfits in Fig 3.7b and 

Fig 3.8b), the four – layer ML model described in section 3.2 is introduced to account the interdiffusion ( 

interlayers). In such four-layer modeling of MLs, 3 -5 Å surface finish and interface imperfection are 

accounted by the basic Debye-Waller like interface errors produce good fits to the Bragg peak intensities. 

Silicide layer 
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Note that periods of MLs derived from XRR data analysis are used during the GI-EUVR data-fitting 

algorithms. Therefore, only optical constants and thicknesses of each layer and interlayer eventually 

become the only input parameters during the GI-EUVR fitting. The fitting returns optical constants of the 

diffusion layers from which stoichiometric composition can be retraced. Optical impacts of physical and 

chemical interactions on any of the ML layers, especially layers on the top exposed to air, can be achieved 

by comparing fit results with measured values in the literature. For Si and Mo, derived optical constants are 

easily compared with measured values by Henke et.al in [14] and [97] respectively, here after referred as 

CXRO database. However, only derivations of  values are discussed in this work due to the high 

sensitivity of EUV and soft X-ray reflection measurements to it. Approximate values of β’s are also given 

but with less accuracy and thus not discussed here. First result of best fitting to GI-EUVR data curve is 

given in Fig 3.10 for sample_01. For this sample, optical constants for each layer and interlayer obtained 

from the numerical fitting are summarized in table 3.2. 
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Figure 3. 10: Measured and fit curves of GI-EUVR at 99 eV for sample_01. The table (right) contains 

thickness fit parameters of layers and interlayers. GI-EUVR has high tolerance to capping layer thicknesses 

(about 10 Å) unlike the interior layers with < 2 Å uncertainty. 

 

 

 

 

GI-EUVR thickness fit parameters (CL1): 

Si layer (1), z =185 Å 

int_01 (2), z =8 Å 

Mo layer (3), z=27 Å 

[int_02 /Si /int_03 /Mo], N =25, d=163.17Å 

int_02 (4), z=10 Å 

Si layer (5), z= 123 Å 

int_03 (6), z =8.10 Å 

Mo layer (7), z=22.05 Å 

Substrate 
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Table 3.2: GI-EUVR optical fit parameters (δ and β) for sample_01 at 99 eV  

Layer Medium             Optical Constant Values             Derived Interlayer 

Si layer (1),                        δ = −0.01587 [−0.00957] 

                                          β = 0.00296 [0.00181] 
Int_01 layer (2),                    δ = 0.01374 [0.014506]                  ≈ MoSi2 

                                                   β = 0.00459        
Mo layer (3)                           δ = 0.05172 [0.06183] 

                                              β = 0.004175 [0.005087] 
 

[ Int_02/ Si /Int_03 / Mo] × 25  d=163.17 Å  
 

Int_02 layer (4)                  δ = 0.02135                                            ≈ Mo3Si5 

                                              β = 0.006226     
Si layer (5),                       δ = −0.00722 [−0.00957] 

                                            β = 0.001916 [0.00181] 
Int_03 layer (6)                  δ = 0.02558                                       ≈ Mo2Si3 
                                         β = 0.002761   
 
Mo layer (7)                     δ = 0.05400 [0.06183]   

                                         β =0.004456 [0.005087]    
                                     Si substrate 

                                                              a Data in brackets are from the CXRO database 

 

Si layer at the capping structure (table 3.2, row 2) has shown significant change in optical 

constant ( ) when compared to the value contained at the CXRO database. However, Si layer in 

the ML structure (table 3.2, row 6) is less affected. Mo layers (high-Z element) in the capping and 

inside the ML structures have shown little changes in . The significant change in  of Si layer at 

the capping structure is a manifestation of the formation of thin SiO2 layer (approximately 10 - 20 

Å) due to exposure to air since a separate oxide layer was not included in the ML modeling. Thanks 

to the high sensitivity of Si optical properties near its EUV edge, it is possible to quantify the 

impact of the oxide layer on the Si optical constants that caused large deviation. The fitting 

algorithm to measured GI-EUVR data for sample_01 (Si-Mo capping) resulted in similar values 

of optical constants for the two types of interfaces. Mo-on-Si interfaces returned =0.02135 and 

Si-on-Mo interfaces yielded = 0.02558. Phases of interlayers are approximately derived by 

comparing only to CXRO database and ref [98] since measured values for all possible silicide 
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don´t exist in the literature. Accordingly, both  values of the interlayers silicide lie somewhere 

between MoSi2 and Mo5Si3 [98]. Formation of different silicide compounds at the Si-on-Mo and 

Mo-on-Si interfaces are attributed to the difference in enthalpy and the mixing ratio of Mo and Si 

atoms. 

Reconstructed thicknesses and optical constants of sample_02 from corresponding GI-EUVR 

fit are given in Fig 3.11 and table 3.3. 
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Figure 3. 11: Measured and fit curves of GI-EUVR at 99 eV for sample_02. The table (right) contains 

thickness fit parameters of layers and interlayers. Thicknesses are determined with tolerance error of < 2Å. 

 

Table 3.3: GI-EUVR Optical Fit Parameters (   ) for Sample_02 at 99 eV Photon Energy 
Optical Constants from the Numerical Fit a 

Layer Medium          Optical Constant Values          Derived Interlayer 
Ir layer (1)                         δ = 0.08502 [0.07931] 

                                        β = 0.02411 [0.03496] 
Mo layer (2)                   δ = 0. 05245 [0.06183] 

                                       β = 0.004948 [0.005087] 
[ Int_01/ Si /Int_02 / Mo] × 25, d=162.68 Å 

 

Int_02 layer (3)                    δ = 0.01482                                         ≈ MoSi2 

                                                 β = 0.005704          
Si layer (4)                           δ = −0.00577 [−0.00957] 

                                            β = 0.002114 [0.00181] 
Int_03 layer (5)                     δ = 0.01759                                          ≈ MoSi2   

GI-EUVR thickness fit parameters (CL2): 

Ir layer (1), z =21.6 Å 

Mo layer (2), z =23 Å 

[int_01 /Si /int_02 /Mo], N =25, d=162.68Å 

int_01 (3), z=10 Å 

Si layer (4), z= 123.23Å 

int_02 (5), z =8.0 Å 

Mo layer (6), z=23.46 Å 

Substrate 
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                                           β = 0.004044                         

Mo layer (6)                       δ = 0.05515 [0.06183] 

                                           β =0.005957 [0.005087]  
                                Si substrate 

                                                                                                                             a Data in brackets are from the CXRO database 

 

For sample_02 (Ir-Mo capping), optical constants of both Mo-on- Si and Si- on-Mo interlayers 

are close to that of MoSi2 [98]. Mo layers throughout the structure also show changes in the range 

of 10 to 15 %. The possible interface formation between Ir and Mo layers at the capping structure 

of sample_02 is accounted by the changes of δ′s of Mo and Ir. Iridium (Ir) layer at the top of the 

capping structure revealed only about 7% change in optical constant ( ). This indicates superior 

stability and resistance of Ir to oxidation and Carbon contaminations. This fact has made Ir based 

coatings (e.g. Ir-Mo) to be better candidates for capping structures of MLs with better stability and 

performance as reported in [99]. Si layers in the ML structures of sample_02 show about 39% 

change in  (table 3). This large deviation in  of Si layers explains highest peak intensity 

difference between first and second order Bragg peaks in sample_02 (~0.17) while it is about i.e. 

~0.10 for samples 01 and 03. This can be considered as an implicit manifestation of high 

sensitivity nature of Si optical properties to local atoms and interactions at its resonance edges.  

In a similar fashion, results of sample_03 using same fit algorithm are summarized in Fig 3.12 

and table 3.4. Interface diffusion layers with = 0.01383 for Mo-on-Si interfaces and δ =

0.01037 for the Si-on-Mo interfaces are obtained from the numerical fitting. Both  values are 

closer to the optical constant of a Silicide with stoichiometric composition of MoSi2. 
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GI-EUVR thickness fit parameters (CL3): 
Ir layer (1), z =21.52 Å 

Int_01 (2), z =7.99Å 

Si layer (3), z =134.13 Å 

Int_02 (4), z =6.77 Å 

Mo layer (5), z =22.40 Å 

[int_03 /Si /int_04 /Mo], N =25, d=162.80Å 
int_03 (6), z=6.52 Å 

Si layer (7), z= 126.02 Å 
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Figure 3. 12: Measured and fit curves of GI-EUVR at 99 eV for sample_03. The table (right) contains 
thickness fit parameters of layers and interlayers. Thicknesses are determined with tolerance error of <2Å 

 

Table 3.4: GI-EUVR Optical Fit Parameters (   ) for Sample_03 at 99 eV Photon Energy 
Optical Constants from the Numerical Fit a 

 

 

 

 

 

 

 

 

 

 
                                                                                                           

                                                         

 

a Data in brackets are from the CXRO database 

For sample_03, there exist Ir-Si-Mo layers as capping structures. This increases the 

uncertainty in determining optical and thickness parameters of the capping structures. Thus, only 

results of interior ML layers are derived within reasonable accuracy. Beta (β) values are not 

included in Table 4 since the analysis implemented does not describe them anyway. 

 Based on the results presented above, GI-EUVR measurements near the resonance edge of Si 

atoms show great sensitivity to various parameters of the layer and interface structures. In fact, it 

results in different thicknesses of interlayers between Si-on-Mo and Mo-on-Si interfaces. This is 

consistent with the asymmetric interlayer formation reported in several publications [23, 24]. 

Optical constants of layers and interlayers are derived near Si EUV resonance edge. The optical 

constants derived slightly deviate from CXRO data base, and optical properties of interlayers 

demonstrate different stoichiometric compositions of silicide. The real and imaginary coefficients 

Layer Medium     Optical Constant Values      Derived Interlayer 

Ir layer (1)                      δ = 0.08850 [0.079315] 

Int_01 (2)                       ρ = 1.123        

Si layer (3)                     δ = −0.00408 [−0.00957] 

Int_02 (4)                        δ =0.009189 

Mo layer (5)                   δ = 0.06061 [0.06183] 

[ Int_03 / Si/ Int_04 / Mo]× 25  d=162.80 Å 
 

Int_03 (6)                       δ =  0.01383                                     ~ MoSi2 

Si layer (7)                     δ = −0.00709 [−0.00957] 

Int_04 (8)                        δ = 0.01037                                     ~ MoSi2 

Mo layer (9)                  δ = 0.05603 [0.06183] 

substrate 
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of the refractive indices of the interlayers correspond clearly to the MoxSiy compounds formation, 

although the imaginary parts of the coefficient are less sensitive to the stoichiometric ratio of the 

elements. It is also important to note that optical constants of Si in the inner ML structures are 

essentially the same for all three samples, while the corresponding values for Si in the capping 

layer are found significantly different between samples. Ir has been used as a capping layer in 

samples 2 and 3. Some change in its optical constants was observed, although the difference with 

respect to the CXRO data is definitely less than for Si. This observation can be justified with the 

fact that the top-most layers exposed to the lab environment suffer from different contamination 

processes, involving mainly chemical reaction with carbon and oxygen. As reported elsewhere, Si 

when exposed to air forms an oxide layer typically of 1nm thick; Ir demonstrates a higher 

resistance to oxidation and better stability. 

In summary, we have clearly shown that GI-EUVR at the resonance edges of low-Z elements 

(spacer elements) is a potent technique for diagnosing buried interfaces, layers analysis and 

characterize ML structures in combination with XRR and/or other methods. This non-imaging, 

non-destructive, optically sensitive and experimentally simpler technique is particularly useful for 

accurate interface analysis of MLs. This GI-EUVR technique may be extended to the study of 

interfaces helping to develop Si-based structures for micro-electronic devices. 

 

3.4 Analysis of damage of ML optics under irradiation of low-energy 

ions using GI-EUVR measurements 
Efforts to study the sun and the solar system have been dramatically growing over the last two 

decades. A number of solar missions throughout the world have been under strict preparation in 

order to study the sun´s atmosphere in an ever-closest distance [100]. Major ones such as the 

European Solar Orbiter mission aims to answer high significance scientific questions regarding 

the sun-heliosphere connection [101]. Solar Orbiter (SO), the first mission of the European Space 

Agency (ESA) Cosmic Vision 2015 - 2025 program, is expected to address how the sun creates 

and controls the heliosphere. 

METIS, the Multi Element Telescope for Imaging and Spectroscopy, is one of the instruments 

selected in 2009 by ESA to be part of the payload of the SO mission. METIS adopts an innovative 
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optical design [102] which perfectly adapts to the critical environment that will be encountered by 

SO, minimizing the radiation flux inside the instrument and thus the thermal problems given by 

the Sun proximity. Moreover, thanks to the especially suited multilayered mirrors, the instrument 

will perform coronal imaging in three different spectral ranges: one in the visible, and the others 

on two intense UV and extreme UV (EUV) coronal lines, the HI Ly-α line at 121.6 nm and the 

HeII Ly-α line at 30.4 nm.  

However, the sun’s environment is not friendly to optical components on board. Low energy 

particles such as protons and α −particles from solar wind plasma, thermal loads, continuous 

irradiations, and natural aging processes affect the performances of optical devices in general and 

multilayers in particular. Thus, detail study on stability of the MLs before they make it on board 

indispensable. 

Previous studies in [103-105] have experimentally demonstrated degradation of near normal 

reflectivity performances, structural damage on top layer and roughening of Si/Mo MLs after 

exposed to doses of protons and alpha particles. Further studies on how the radiation from the sun 

affects performance, optical and structural properties of the MLs is still necessary. 

In this piece of work, a combination of experimental and numerical methods is implemented 

to perform damage analysis of MLs due to low energy ions irradiation. In addition to a physical 

damage observed on the top few layers, cascaded damages such as vacancies, interstitials, and 

atomic displacements at each layer are simulated and their impacts on EUV reflectivity are studied. 

Comparison of several experimental results of two MLs of same kind, one exposed to low energy 

ions and the other non-exposed, is expected to differentiate impact of ion irradiation on 

performance, optical and structural properties of MLs. 

Prototype MLs were deposited at Reflective X–Ray Optics LLC (New York, USA) by DC 

magnetron sputtering onto polished Si (100) substrates. The MLs were design to reflect at 5° 

incidence angle from normal based on early requirements for METIS coronagraph [77, 85]. They 

are designed and optimized to simultaneously image in visible light between 450 and 650 nm, 

hydrogen Lyman-α line at 121.6 nm and He-II Lyman-α line at 30.4 nm [85]. 

 Four Si/Mo ML samples with protective capping structures are studied in this paper. Two of 

the MLs are over coated with a pair of Si-Mo capping layers (CL1), and the other two are capped 

with Ir-Mo (CL2) pair. One sample from each pair is exposed to low energy helium ions (He+) of 
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4 keV irradiation energy, while the other pair is kept unexposed for a reference purposes. Capping 

structures are summarized in Table 3.5. 

The interior ML samples (excluding capping structures) consist of Si/Mo periodic structures 

on Si Substrate that are designed to have a period d= 16.4nm, thickness ratio Γ =0.82, t =

13.45nm, t = 2.95nm and number of periods N=25. Γ − ratio in this work refers to thickness-

ratio of spacer layer (Si) to period of the ML.  

      

Table 3.5: ML capping layers (CL). CL1 refers to Si/Mo and CL2 is Ir/Mo capping structures. 

 

 

 

 

                          

 

Two of the ML coatings (one with CL1 and another with CL2) were exposed to a flux of low 

energy He+ particles (4 keV) based on a dose fluency expected in SOLO mission environment. 

Alpha-particle doses are derived from data of solar irradiation at 1AU [106] with appropriate 

scaling to the varying distance at each point of the orbit from the sun, and finally integrated over 

a time of 4 years (≈ 1.1 × 10  ions/cm ) which is expected time length the SOLO satellite will 

stay around the sun atmosphere. Sample irradiation to He+ ions were performed at the low energy 

implanter facility, Institute of Ion-beam Physics and Materials Research, HZDR, Dresden (Fig 

3.13). 

Capping  structures 

CL1                                  CL2 

Si (187.2 Å)               Ir (20 Å) 

Mo (35 Å)               Mo (22 Å) 
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Figure 3. 13: Sketch of the Low energy ion (LEI) facility at Forschungszentrum Dresden - Rossendorf. 

Samples were bombarded with 1.5 × 10  sec-1cm-2 flux of alpha particles for about 5 hours 

<http://www.hzdr.de/> 

 

Several measurements were performed to derive damage information of the exposed MLs. At-

wavelength grazing incidence EUV reflectivity (GI-EUVR) measurements near the Si L- edge 

resonance at 99 eV were carried out at the BEAR beam line, ELETTRA Synchrotron in Trieste. 

On the other hand, X-ray reflectivity (XRR) measurements were done at Cu K  line (8047 eV) 

with accelerated voltage and current of  40 kV and  40 mA respectively in 2θ − ω scan of the 

X’PERT-PRO diffractometer system [88] at the Physics department of Padova University. All the 

four ML samples were measured in both XRR and GI-EUVR experiments with same experimental 

set up and incidence beam properties. 

At last, damage analysis of MLs due to irradiation of low energy He+ ions in TRIM (Transport 

of Ions in Medium) software were numerically performed. TRIM is a comprehensive program 

which calculates the stopping range of ions (up to 2 GeV/atomic mass unit) into matter using 

quantum mechanical treatment of ion-atom collisions (assuming a moving atom as an "ion", and 

all target atoms as "atoms") [107-109]. 
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Measured data of XRR and GI-EUVR for both exposed (irr) and non-exposed (REF) MLs 

both with Si/Mo capping (i.e. CL1) are given in Fig 3.14. The fact that exposed and non-exposed 

sample pairs were deposited at same time and passed through same deposition and measurement 

conditions enable to systematically bypass the issue of aging and measurement errors. 

 

 

Figure 3. 14: left) Measured XRR plots of REF and irr samples both with capping structure CL1, and on 

the right) is GI-EUV reflectivity at 99 eV for the same samples. The onset on the left shows a slight shift 

of Bragg peaks of irr sample with CL1. Note that irr refers to irradiated sample and REF is the non-irradiated 

sample. 

 

In a similar manner, measured XRR and GI-EUVR curves for MLs with capping structure 

CL2 are given in Fig 3.15. 
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Figure 3. 15:  left) Measured XRR plots of REF and irr samples both with capping structures CL2, and on 

the right) is GI-EUV reflectivity at 99 eV for the same ML samples also with CL2. 

 

Fig 3.14 and Fig 3.15 confirm a slight shift of the Bragg peaks towards higher angles in both 

XRR and GI-EUVR measured curves. We processed the XRR data using a nonlinear least square 

curve fitting procedure by using the IMD [110] software using genetic algorithm (GA). Fitting 

Results of the XRR measured curves of the irradiated and reference samples at Cu K  line (1.54 

Å) clearly show for both samples a shrinkage of average period due to ion exposure, of about 0.3 

Å and 0.1Å  respectively for sample with CL1 and sample with CL2 (Table 3.6). 

 

Table 3.6: Nonlinear curve fit results to the measured XRR curves of irr and REF samples.  

 

 

 

 

 

Inspection of Fig 3.14 and Fig 3.15 also shows a decreasing GI-EUVR performances after the 

irradiation of MLs with the low energy He+ (4 keV) particles. The second order Bragg peak 

decreases from 0.48 to 0.40 for the sample with CL1, and from 0.6 to 0.58 for the sample with 

CL2. This is consistent with near normal reflectivity measurements performed at 30.4 nm and 

 ML with CL1 

(REF) 

ML with 

CL1 (irr) 

ML with 

CL2 (REF) 

ML with 

CL2 (irr) 

Period (Å) 163.370 163.073 162.617 162.497 

Γ − ratio 0.794 0.801 0.802 0.783 
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reported in [79] for the same MLs. The relative changes in reflectivity due to irradiation are 

different for the two samples: CL1 lose more intensity than CL2. This is attributed to the difference 

in protection capacity (i.e. stability) of the capping layers CL1 and CL2 [105].  

We stress the fact that Bragg peaks in the GI-EUVR curves are affected differently. For 

example: reflectivity of second and first order Bragg peaks of the irradiated sample with CL1 (Fig 

3.14 right) decreased by 12.68% and 6% from the corresponding peaks of the non-irradiated 

reference sample. Similar effects are observed in CL2 (Fig 3.15 right) but with less loss of 

reflectivity. Such discrepancies in reflectivity between the irradiated and non-irradiated samples 

can be attributed to the damage history of target layers (MLs) due to irradiation of 4keV He+ ions 

at a dose flux of 1.5 × 10  sec-1cm-2 for about 5 hours. A numerical damage analysis in TRIM 

(Fig 3.16) justifies the claim. 

0 150 300 450 600 750 900 1050
0,000

0,001

0,002

0,003

0,004

0,005

0,006

0,007

V
ac

an
ci

es
 / 

(A
ng

st
ro

m
-Io

n)

Target depth (Angstroms)

 CL2  (Ir/Mo)
 CL1 (Si/MO)

ML target damage vacancies calculated in TRIM

 

Figure 3. 16: TRIM simulations of low energy He+ ions (4 keV) damage vacancies on both CL1 (Si/Mo 

capping) and CL2 (Ir/Mo capping) MLs. Simulation is performed for a total statistics of 99999 He+ ions. 

 

TRIM calculates ion damage events such as number of vacancies, Interstitials, and target atom 

displacements in the ML structure due to irradiation of energetic ions. However, thermal effects 

are ignored in TRIM that final damage quantities are likely changed. However, basic damage types 

occur and useful information can be regained. 
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 In Fig 3.16, target vacancies refer to empty atomic sites in the ML structures due to 

displacements by the He+ ions as numerically calculated in TRIM. Distribution of damage 

vacancies throughout the ML structures in both samples might describe the GI-EUV reflectivity 

pattern in Figs 3.14 and 3.15 [111]. Throughout the target depth within the reach of the 4 keV He+ 

ions, ML with CL1 bears more damage vacancies than CL2 (Fig 3.16). This higher damage level 

of the sample with CL1 (compared to CL2 sample), mainly due to different capping structures, 

caused relatively greater change of reflectivity (i.e. the GI-EUVR curves) between the REF and 

irr samples as shown in Fig 3.14 (CL1) than that of irr and REF curves in Fig 3.15. 

TRIM simulation also clearly shows the concentration of damage levels (i.e. 

vacancies/angstrom -ion) at the top few layers of the ML structures due to the irradiation of the 

low energy He+ ions. In addition, damage levels of Si and Mo layers are different. It is then clear 

that at the top most structures of irradiated MLs, optical contrast (∆δ) between Mo and Si layers 

is affected that in turn decreases the GI-EUVR performances. Apparently, loss of optical contrast 

at the upper most layers results in a higher loss of grazing incidence EUV reflectivity than near 

normal reflectivity. 

In table 3.6, XRR nonlinear curve fitting resulted in Γ-ratios different from design value (Γ 

design is 0.82) for both exposed and non-exposed MLs. Note also the slight difference in Γ of the 

ion exposed MLs as compared to the reference samples. Such changes can be associated to the 

influence formation of inter-diffusion layers on the reflectivity particularly in EUV wavelengths 

[98, 112] due to the [113].  

In summary, four Si/Mo ML samples with CL1 (Si/Mo) and CL2 (Ir/Mo) were originally 

prepared for a METIS coronagraph of SO mission. Analysis of impact of low energy He+ ion 

irradiations of the MLs are performed. A novel GI-EUVR measurement near Si edge (99 eV) 

makes the analysis more innovative and sensitive. With this new method combined with the 

theoretical damage calculations in TRIM, we are able to confirm the degradation of reflectivity 

performances of MLs due to irradiations of low energy ions. It is also possible to derive, through 

a nonlinear curve fit of GI-EUVR measured data, the minor optical changes induced. The optical 

damage induced are however limited only at the top few layers that causes the 2nd order Bragg 

peak in Figs 3.14 and 3.15 to depreciate more than the Bragg peaks at higher angles. The stability 
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of Ir containing capping structure is found to resist damage events better. Further work on 

validation with other ML samples will be paramount important. 
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4. COATINGS OF B4C/CEO2 MULTILAYERS 

FOR THE 6.X EUV LITHOGRAPHY  

4.1. Introduction 
Multilayer (ML) coatings are essential for technological advances and fundamental studies of 

EUV and X-rays. Chromium-Scandium (Cr/Sc) and alloy - ceramic oxide multilayers of 

Ni Nb − MgO are among popular candidates for soft X-ray microscopy in the “water-window” 

[114, 115]. Si/Mo, Si/Ir and Si/Mg multilayers have been incorporated as EUV imaging 

components for space mission telescopes particularly in the 17 - 30.5 nm wavelength regime [116]. 

Applications as polarizers, beam splitters, narrow and broadband filters in the EUV and soft X-ray 

are also popular in optical engineering [117]. Another eminent application of MLs in the EUV 

lithography as high throughput reflectors and beam shapers has gained a reputation of sustaining 

“Moore’s Law” in the semiconductor industry, that empirically stated the doubling of transistors 

in a microprocessor-chip every 18 months [118]. The EUV lithography utilizes a Laser Produce 

Plasma (LPP) source at 13.5 nm, which enables semiconductor manufacturers to print circuit lines 

at or below 22 nm node. As current microlithography based on 193 nm ArF laser source is already 

challenged by physical and economical limits, EUVL has gained momentum as a major contender 

for next generation lithography by the semiconductor industry. A leading company in the EUVL 

development is ASML followed by many other contenders such as IBM, INTEL and others. 

ASML’s NXE-series EUV scanners have printed 1000 wafers/day [SPIE 2015, San Jose].This 

approaches the industry high volume manufacturing demand, which lies about 1600 wafers/day. 

The output power of LPP sources, contamination and lifetime issues of collector mirrors, spatial 

and temporal stability of plasma pulses need to be improved to meet requirements of high volume 

manufacturing. 

In the meantime, there is a growing interest to shorter wavelength EUV lithography platform, 

which is commonly known as “Beyond EUV” lithography (BEUV). The motivation behind BEUV 
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lithography (BEUVL) at 6.x nm is to sustain “Moore’s law” and paving the way towards printing 

below 10 nm feature sizes on IC. For lithographic systems, wavelength ( ), numerical aperture 

(NA) and process constant parameter ( ) determine the smallest printable feature size according 

to eq. (1-1). Decreasing , increasing NA, and lower wavelength  are necessary for printing fine 

features on Si wafer. Both  and NA are, however, challenged by theoretical and engineering 

limits. Therefore, utilization of LPP sources at shorter wavelengths such as 6.x nm may sustain 

“Moore’s law’’. 

Reports show the possibility of extending EUV lithography to 6.x nm from the standard 13.5 

nm EUVL [119, 120] platform. Gadolinium (Gd) and Terbium (Tb) solid fuels for LPP sources 

producing (~1 ) at the intermediate focus (IF), optical system with 40% collection efficiency, 

~5% conversion efficiency at 2% bandwidth, multilayer reflectivity of 64% at 45° incidence angle 

[121] have been reported thus far [122]. However, reflectivity of  ≥ 70% at near normal incidence 

is necessary to enable the technology. The ML performance clearly shows more work needs to be 

done to reach minimum reflectivity requirement of     >70% for the new below EUV lithography 

(BEUVL) platform. 

In response to this demand, combination of Lanthanum (La) and Boron (B) were among the 

pioneer MLs deposited and tested for high performance reflectance around 6.x nm wavelengths. 

The first La/B ML was found to have higher diffusion and thus lower reflectivity performance that 

was 4.4 × less that what was expected from theoretical calculations [23]. Currently, chemical and 

process techniques to suppress interface diffusions are implemented and better performance is 

achieved with combinations of LaN/B4C and La/B4C MLs [24, 25]. However, searching for new 

materials that can offer better reflectivity performance at near normal incidence and beam quality 

or any comparable advantage in terms of process development are paramount important.  

In this chapter, new ML combinations are deposited and characterized for reflectance 

performance at 6.x nm wavelength. This new Cerium oxide (CeO2) and Boron carbide (B4C) 

combination was deposited in Direct Current (DC) magnetron facility, and a number of tabletop 

and synchrotron based measurements were carried out to characterize it. Theoretical reflectivity 

calculations B4C/CeO2 MLs by taking tabulated optical constants from Henke et.al that are 

available at the CXRO database show comparable performance (see Fig 4.1) with the leading 

candidates. 
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Figure 4. 1: Theoretical reflectivity performances of top candidate MLs at the 6.x nm wavelength. 

 

A preliminary analysis of CeO2/B4C MLs for the first time deposited by DC magnetron 

sputtering is performed. Here, we present ML reflectivity performance at 6.x (near the boron edge) 

wavelength, period and layer thicknesses, optical properties of layers and interlayers. 

 

4.2. Sample description, experiments and data analysis 

Two B4C/ CeO2 ML samples (Table 4.1) were deposited in DC magnetron sputtering facility 

at the Institute of Precision Optical Engineering (IPOE), Tonji University from solid CeO2 and 

B4C precursors on Si substrate. Amorphous layers of B4C and CeO2 were grown in the low 

temperature deposition facility. The first sample (Sample_A) is designed for reflection 

performance test around 6.x nm wavelength and incidence angle of 10° from surface normal. The 

second sample (Sample_B) was manufactured to enable grazing incidence EUV reflectivity 

measurements near the Boron-edge in EUV (~186 ), that is a sensitive at-wavelength 

metrology for the characterization of optical and structural properties of MLs with high sensitivity 

[123].  

 

Table 4. 4: Design parameters of the two multilayers with the following notations: d is the 
period, N is number of bilayers and Γ represents the thickness ratio of the absorber layer (i.e. 
CeO2 layer) to the period. 
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   ML types           Design parameters                          

Sample_A: B4C/CeO2    d = 35 Å,  = 16 Å, = 19 Å, N = 40,   Γ = 0.457 

Sample_B: B4C/CeO2 d = 200 Å,  = 80 Å , = 120 Å, N = 10,  Γ = 0.400 

Substrate    Si 

 

Measurements of at-wavelength Grazing Incidence EUV Reflectivity (GI-EUVR) were 

carried out at the BEAR (Bending magnet for Emission, Absorption and Reflectivity) beam line, 

ELETTRA Synchrotron in Trieste [124]. The stability and reproducibility of the beam energy 

coupled with high-accuracy control of the beam-line facility operation and measurement process 

allowed for noise reduction and in turn an increased reliability of data analysis. The X-ray 

reflectivity (XRR) measurements were performed at Cu K  line (~8 ) in a 2θ − ω scan of the 

X’PERT-PRO diffractometer configuration to determine periods of the MLs with high depth 

resolution due to the short X-ray wavelength. 

The reconstruction of ML parameters from both XRR and GI-EUVR data are performed in IMD 

(Modeling and Analysis of Multilayer Films) software [89]. Independent imaging evidences for the 

ML structures and interface profiles are provided by bright field scanning electron transmission 

microscopy (BF-STEM) for sample_B and High Angle Annular Dark Field (HAADF) STEM for 

sample_A. Both imaging experiments were performed at the Helmholtz Nano electronic Facility 

and Ernst Ruska-Center of the Forschungszentrum Jülich. A combination of all of the above 

measurements enables to characterize the MLs with high accuracy and reliability. 
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4.3. Results and discussion 

4.3.1 Sample_A 
Measured and calculated EUV reflectivity at 10° from normal for Sample_A is given in Fig- 

4.2. 

6,25 6,50 6,75 7,00 7,25 7,50 7,75

0,00

0,05

0,10

0,15

0,20

0,25

0,30

R 
e 

f l
 e

 c 
t a

 n
 c 

e

W a v e l e n g t h (nm)

 Calculation
 Measured

CeO2/B4C ML

d =3.5 nm

AoI =10 °

 N =40

 

Figure 4. 2: Calculated and measured reflectivity curves for Sample_A. Tabulated values  and  available 

at the Center for X-ray Optics (CXRO) database (http://henke.lbl.gov/optical_constants/) are used for the 

theoretical calculations. Original vales are determined by Henke and his co-authors as reported in [78]. 

 

The measured reflectivity performance at 10° from normal is 6.65 %. This is 4.4 times lower 

than theoretical value. High-angle annular dark field (HAADF) image of this ML sample (i.e. 

sample_A) confirms the presence of interface diffusion as a major cause for the low reflectivity 

performance as shown in Fig 4.3. 
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Figure 4. 3: HAADF image of sample _A, a) an overview of the ML, and b) atomic resolution of few 
bilayers near the Si substrate. 

 

It is shown that Si atomic columns in the substrate are clearly resolved in the HAADF image 

(Fig 4.3b). A more detail view of the atomic resolution image in the [001] and [-110] axes of the 

Si substrate is given in Fig 4.4. The bottom onset image here shows the inter-diffusions at the 

interfaces. 

 

 

a b 
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Figure 4. 4: Atomic resolution HAADF image showing Si atomic columns in the substrate. The bottom 
onset image (after little enhancement in contrast) clearly shows the magnitude of inter-diffusion at the 
interfaces. 

 

Therefore, the HAADF image of sample_A confirms formation of inter-diffusion layers at the 

interfaces. Such inter-diffusion regions urged a continuous (contrary to sharp) transition of 

intensity profile (see Fig 4.5) in the [-110] axis of the atomic resolution HAADF image given in 

Fig 4.4. It is then obvious that the low reflectivity performance of the ML reported above in Fig 2 

is mainly due to the interface diffusions.  
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Figure 4. 5: Sum of intensity profile of the HAADF image given in Fig 4 in the [-110] axis of the Si 
substrate. 

 

To investigate further density and thickness parameters of the ML, nonlinear curve fitting to 

the measured reflectance curve near the boron-edge (Fig 4.6) after the introduction of interlayers 

to account interface diffusions is performed. At the Boron edge, elemental and chemical 

sensitivities are higher that can reconstruct accurate values. Table 4.2 contains thicknesses and 

density of the ML obtained from the fitting at 10° of incidence from normal. 

 

Table 4.2: ML parameters from EUVR fit for Sample_A 

 

Figure 4. 6: Measured and fitted EUV reflectance for Sample_A at 10° from normal incidence. Table 4.2 

at the right side shows thickness and density parameters of the ML derived from numerical fit to measured 

EUV reflectance. 

t  Å = 10.068,             ρ ( ) = 2.537 

Interlayer_01 Å  =7.707,    ρ ( ) = 3.875 

    Å = 10.69,            ρ 
gm

cm3 = 5.103 

Interlayer_02 Å   = 7.095,  ρ = 4.566 

Period  of ML d  Å = 35.56 
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The fact that the period of the ML obtained from the fitting (d =3.56 nm) and from the HAADF 

image (d=3.57 nm) in Fig 4.7 are very similar shows the accuracy of the fitting procedure. 

  

Figure 4. 7: Calculation of ML period of sample_A from the HAADF image 

 

4.3.2 Sample_B 
The above analysis for sample_A give useful insight on buried interfaces, density and 

thicknesses of layers and interlayers. However, further analysis is necessary to explain the physical 

and chemical properties of the inter-diffusion layers, CeO2 and B4C layers for EUV and soft X-

ray applications. A method equally sensitive to optical properties as is to thickness is required. In 

fact, approximate thicknesses of layers and interlayer might be derived from the STEM images or 

from the intensity profiles, but that does not account the influence of optical parameters near the 

absorption edges of EUV wavelengths in determining the measured reflectivity curves. Due to 

high sensitivity of atoms to local interactions, actual measurement of optical properties is needed 

in EUV and soft X-rays in general and near the transition edge energies in particular.  

Thus, a systematic combination of X-ray reflectivity and grazing incidence EUV reflectivity 

(GI-EUVR) measurements near absorption edge are performed to derive optical, structural and 
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morphological properties of the inter-diffusion regions, CeO2 and B4C layers. The XRR analysis 

allows determination of ML period with reasonable accuracy because of its high in-depth 

resolution at Cu-  wavelength (~1.5 Å) and high sensitivity to Bragg peaks. The at-wavelength 

GI-EUVR enables derivation of optical constants with high sensitivity, and accounts possible 

tradeoff between thickness and optical parameters in the wide grazing angle measurement setup 

as explained in ref [123].  

Here, a grazing incidence at-wavelength reflectivity analysis near EUV absorption edge of the 

low-Z element (i.e. Boron) is performed for sample_B. The sample was fabricated from same 

materials and in similar deposition conditions (gas pressure, substrate temperature and ultra-high 

vacuum properties) as that of sample_A. Thus, interface profiles, optical constants of layers and 

interlayers derived from sample_B are representative of sample_A. As mentioned above, a four-

layer ML structure (B4C layer + interlayer 01 + CeO2 layer + interlayer 02) model that accounts 

the interface diffusions evidenced from the BF-STEM image of sample_B (Fig 4.8) is 

implemented during the GI-EUVR data analysis. Interlayer 01 (int_01 in short) and interlayer 02 

(int_02) represent the diffusion layers of B4C - on - CeO2 and CeO2 - on - B4C respectively. 

 

   

Figure 4. 8: Bright field - scanning transmission electron Microscopy (BF-STEM) image of Sample_B. 

Interface diffusion is clearly visible on the onset image. Int_01 refers to B4C – on - CeO2 interfacial 

diffusion and Int_02 is vice versa. 

 

15.35 nm 

BF-STEM image_Sample_B 



74 
 

74 
 

 

Analysis of the XRR data at the Cu K  line for sample_B (Fig 4.9a) returns period =

199.4 ± 0.11 Å. GI-EUVR data fit of this sample at 182.92 eV by taking the ML period as 

obtained from the XRR analysis is shown in Fig 4.9b. Such GI-EUVR analysis of sample_B is 

performed for EUV photon energies from 177.53 eV – 183.82 eV (slightly below the B-edge). The 

short range of photon energies is chosen to test the reliability of the analysis method implemented 

here and then measurements over larger ranges of EUV energies (both above and below the B-

edge) will be included in our next work plan. 

   

Figure 4. 9: a) Nonlinear curve fit to the X-ray data at the Cu K_α line for sample_B, b) Nonlinear curve 

fit to the GI-EUVR data at 182.92 eV of sample_B. 

 

Optical constants (  and β), layer and interlayer thicknesses derived from the fittings of GI-EUVR 

data, within the confidence intervals in IMD, of sample_B for different photon energies are 

summarized in Table II. Note that ML period derived from the XRR analysis is fixed during the 

GI-EUVR analysis. 

Table 4.3: Sample data within the confidence intervals of sample_B calculated from combined 

analysis of XRR and GI-EUVR measured data. In brackets are derived thicknesses from the GI-

EUVR analysis, keeping period of the ML fixed as obtained from XRR. 

 

a b 

(Sample_B) 
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Photon 

energy  

(eV) 

 B4C_layer 

(98.1Å)   

 

 

 

Int- 01_layer 

(18.5Å)              

 CeO2_layer 

(56.9Å) 

 Int 02_layer 

(25.98Å) 

 

               β                    β                 β            β 

177.53 0.005711                                          0.00111   0.012503 0.002097 0.023407 0.003163 0.022739 0.005449 

 

178.42       0.005294 

 

0.001096 

 

0.012242 0.002560 0.023487 0.003177 0.022682 0.004731 

 

     179.32 0.004594 0.001075 0.01320  0.0029633 0.023478 0.003090 0.02190 0.005645 

 

180.22 0.004465 0.00103 0.011591 0.002784 0.023255 0.003387 0.022741 0.0049137 

 

181.12 0.004614 0.00109 0.011854 0.002030 0.022300 0.003008 0.021484 0.005330 

 

182.02 0.003631 0.00103 0.012025 0.002210 0.021832 0.002780 0.021526 0.005850 

 

182.92 0.004078 0.0012182 0.013590 0.001650 0.021211 0.00182 0.019411 0.006110 

 

183.82 0.002703 0.0009512 0.013572 0.005313 0.024804 0.00312 0.022615 0.004774 

 

 

For clarity, comparisons with values of  and β determined by Henke and available at the CXRO 

database are given in Fig 4.10a and Fig 4.10b for B4C and CeO2 layers respectively. Measured optical 

constants clearly demonstrate a strong nonlinear pattern near the absorption edge of Boron, unlike the linear 

behavior of the tabulated values from CXRO database. The optical constants of B4C layers obtained are 

also fully consistent with the magnetron sputtered B4C thin films measured by R. Soufli et.al [125] and G. 

Monaco et.al [126]. 
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Figure 4. 10: Optical constants (δ and β) retrieved from the GI-EUVR data fittings and tabulated values 

from CXRO database. a) B4C layer and b) CeO2 layer. Note that optical constants of B4C and CeO2 are 

also representative of sample_A. 

 

The change of optical constants of layers in sample_B as a function of photon energy, as 

derived from GI-EUVR data analysis, is plotted in Fig 4.11. As expected, the optical constants ( ) 

of int_01 and int_02 shown Fig 9a are bound by that of B4C from below and CeO2 from above. 

The fact that  values of int_02 (CeO2 – on – B4C inter-diffusion region) lies far from top and 

bottom boundaries shows dominance of B4C atoms, while int_01 (B4C – on – CeO2 region) seems 

to be dominated by CeO2 atoms. EUV and soft X-ray reflection curves, particularly near the 

resonance edges, are more critical on  contrast (∆ ) of layers, which makes the accuracy of β 

values in Fig 4.11b less accurate and difficult to withdraw any conclusion from it. 
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Figure 4. 11: Graphical summary of calculated optical constants from the XRR and GI-EUVR measured 

data for sample_B. Note that optical constants of B4C and CeO2 are also representative of sample_A. 

 

Finally, ideal reflectivity performance of sample_A at incident photon energy E = 183.82 eV is 

calculated as given in Fig 4.12 by using the new optical constants of B4C and CeO2 from table II. Period 

and thickness ratio of sample_A are slightly modified to d =  34.80 Å, Γ = 0.43 in optimizing the 

reflectivity because of new optical constants used for calculation.      
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Figure 4. 12: Ideal reflectivity performance of B4C/CeO2 ML on Si substrate with N =40, d= 34.8 Å, 

Γ=0.43 

Reflectivity of 35.3% is achieved for an incidence angle of 10° from surface normal. This performance 

level is significantly higher than the theoretical reflectivity calculated from tabulated optical constants by 

Henke, et.al as shown in Fig 4.2. This demonstrates that values provided in the available databases may be 

quite inaccurate for designing new optical coatings. The method of measurements described above can 

provide a way for improving the much-needed knowledge of the optical properties of materials used for 

advancing the nano-technology. 

4.4 Summary 

Multilayers of B4C/CeO2 for below 10 nm EUV applications were fabricated for the first time in DC 

magnetron sputtering facility. Reflectivity performance of the ML (sample_A) at 6.9 nm wavelength and 

10° incidence angle from surface normal is 4.4 times less than the theoretical simulation. Even if this 

performance is comparable to the leading candidate ML (i.e. La/B) for 6.x nm EUVL with same design 

parameter [23], the performance is still low when compared to the optical and physical properties of B4C 

and CeO2 materials individually. Therefore, we performed several experimental measurements to 

understand the ML structure and gaining feedback for future deposition optimization. GI-EUV reflectivity, 

X-ray reflection at Cu-Kα, HAADF, BF- STEM imaging and other relevant measurements were performed 

to carry out accurate analysis of the MLs. 

Accordingly, major cause for the low reflectivity performance of the B4C/CeO2 ML is found to be 

high inter-diffusion between layers as shown in Fig 3 and Fig 4. For convenience of the GI-EUVR analysis, 

sample_B (with thicker period and thus several EUV Bragg peaks) was selected for the derivation of optical 
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constants of inter-diffusion layers. Asymmetric inter-diffusion layers are found to be formed in a magnetron 

deposited B4C/CeO2 MLs with CeO2 - on - B4C thicker than B4C - on - CeO2 (25.98Å vs 18.5Å).  

Optical constants of layers and interlayers for short range of photon energies (177.53 - 183.82 eV) near 

the Boron edge are derived. The  and  of B4C are consistent with previously reported measurements by 

R. Soufli et.al [125] and G. Monaco et.al.[126]. It is also worth mentioning that optical constants of CeO2 

layers in the EUV energy range of 177.53 eV – 183.82 eV are for the first time measured here. Comparison 

of optical constants of B4C and CeO2 layers with corresponding tabulated values in CXRO database 

(originally determined by Henke. et al) show abrupt variation of the currently measured optical constants 

unlike the linear behavior in the tabulated ones. This is likely due to the higher sensitivity of near edge EUV 

optical constants to influences of fine structure.  

Lastly, ideal reflectivity performance of the B4C/CeO2 combination based on optical constants 

derived using the current analysis is found to be significantly higher than what was calculated theoretically 

from the tabulated values. This demonstrates that values provided in the available databases may be quite 

inaccurate for designing new optical coatings. The future work on this particular multilayer coatings focus 

on the incorporation of thin film barrier layers and/or performing the deposition in a reactive magnetron 

facility to control the mass flow of Oxygen in the case of CeO2. Besides, adopting better deposition 

practices of B4C from the literature might help to optimize the interface profile. 
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5. TABLE TOP GRAZING INCIDENCE EUV 

SCATTERING EXPERIMENT (ONGOING) 

 5.1 Design and characteristics of the experiment 
 Grazing incidence light scattering experiment at 13.5 nm EUV wavelength is being developed 

at the Physics Department of RWTH Aachen University for Inspection of periodic, quasiperiodic, 

nanostructured and interface profiles of layered structures. It is designed to meet the increasing 

demands of at-wavelength characterization of EUV optical components. The short wavelength at 

around 13.5 enables propagation of more diffraction orders compared to longer wavelength 

radiation. It increases sensitivity of the method to small structure features [38]. The set-up is 

similar to the powerful GISAX (Grazing Incidence Small-Angle X-ray reflection) experiment in 

X-rays. As further optimizations are undergoing, final performance of the experiment is not given 

here. However, description of the experimental set-up, preliminary results of diffuse optical 

scattering from multilayer mirrors and techniques to calibrate the angular distributions of the 

scattered signals are provided here in this chapter.  

 Grazing incidence EUV scattering (GI-EUVS) can be a powerful technique for surface and 

buried interfaces by tailoring the incidence angle to reach out buried interfaces. It also increases 

the observable sample area proportional to  ~ 1
sin θ  related to the footprint at low grazing 

incidence. Certainly being at short wavelength in EUV enables high spatial frequency resolution 

of surface roughness and nano-patterns. A schematic of the GI-EUVS experiment capable of 

measuring angle resolved scattering in a plane is shown in Fig 5.1. 
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Figure 5.1: Schematic of the grazing incidence EUV scatterometer at the physics department of RWTH 

Aachen University (Model taken from Aleksey Maryasov). CCD is limited to 2D motion in X and Z 

directions, sample holder can move in the X-direction and in-plane rotation to change the incidence angle. 

Note that the CCD Is placed 10° inclined towards the Z-axis for alignment reasons. Every calculation 

considers the CCD inclination. 

 

5.1.1 Samples 
Grating, quasi-periodic structures, thin film coatings and multilayers are planned to be 

measured in this experimental demo. Nevertheless, two ML mirrors that were characterized in 

detail in chapter four are measured for the preliminary analysis of EUV scattering. Design 

parameters of the ML samples are given in table 5-1. 

 

Table 5.1: Design parameters of the two ML mirrors measured for EUV diffuse reflection 

(scattering) 

   ML types           Design parameters                           

Sample_A: B4C/CeO2    d = 35 Å,  = 16 Å, = 19 Å, N = 40,   Γ = 0.457  

Sample_B: B4C/CeO2 d = 200 Å,  = 80 Å , = 120 Å,  N = 10,  Γ = 0.40  

Substrate    Si  

 



81 
 

81 
 

The tabletop EUV scattering, as any other similar purpose experiment, contains three main 

parts. The source, beam preparation (conditioning section) and experimental chamber. A picture 

of the set-up is given in Fig 5.2. 

 
Figure 5.2: A picture of the EUV scattering set-up 

       

5.1.2 The light source  
 The EUV spectra needed in this experiment are produced through a discharge produced 

plasma (DPP) of Xenon (Xe) gas due to its strong emission around 13.5 nm [127]. The EUV 

emission spectra of Xe is given in Fig 5.3. DPP produce the Xe plasma through a pulsed discharge 

of electrically stored energy; the hot and dense plasma is generated here by means of pinching 

magnetic compression of the discharge plasma. The source emits high brightness and high 

frequency (up to 1 kHz) EUV spectra with in-band radiation energy ~4 mJ per pulse/sr/2% bw.  

 

Source 

Beam line 
Vacuum chamber 
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Figure 5.3: Xenon gas (Xe) EUV emission spectra (a) spectrograph including a flat-field grating and a 

charge-coupled device detector; (b) Wavelength calibrated emission spectra 

 
5.1.3 The beam line 

This part is also known by the name beam conditioning. It contains combinations of Zr and 

Si3N4 filters of 0.2 µm thicknesses, which suppress radiation at λ > 20 nm. Multilayer mirror 

(Si/Mo) based monochromatic to narrow the bandwidth to 2% around the center wavelength of 

13.5 nm is inserted. It also contains a pinhole of size 50 -200 μm to further limit the spot size 

(beam divergence) entering the experimental chamber.  

 

(a) 

(b) 
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5.1.4 The experimental chamber 
The experimental chamber is where vacuum compatible high-energy detection CCD camera, 

piezo stages, sample holders, pinholes and the sample holder are found (see Fig 5.4).  

 

 
 Fig 5.4: Inside view of the experimental chamber 

 

This set-up can handle only for grazing incidences of 2 − 10° due to limitation of vacuum 

chamber size and limited motion of the camera piezo stage in X-direction (due to small chamber 

size as well). However, this range of grazing incidence angles satisfies well to the need of small 

angle EUV scattering measurements. The detection camera can only make ± 40 mm linear motion 

in the X-direction (Fig 5.1). This linear motion equates to detection angles in the range of 2-50°. 

However, in practice scattering detection while moving the camera causes several overlaps and 

complicates the results. Therefore, scattering measurements are taken while the camera is fixed. It 

is more or less a rocking scan measurement where the CCD is fixed and sample is rotated. A 13 

 by 13  CCD camera (DX-434 BN) of each pixel size 13  translates to maximum 

detection angle of about ~11° . The angular resolution of detection is limited by the CCD pixel 

number (1024× 1024) and size. The set-up can only measure scattering signals with a fixed 

angular resolution of 0.2 . A summary of the experimental parameters and corresponding 

values are given in Table 5-2. 
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Table 5-2: Characteristic values for main parameters in the EUV scattering set-up 
 

Parameter Value 
Wavelength (nm) 13.5 , 2% b.w. 
Grazing illumination angle (deg) 2 -10 
Detection angular range (deg) 2 -11  
CCD angular resolution (mrad) 0.2 
Horizontal and vertical beam divergence (mrad) ~1.6  
Maximum in-band radiation energy (per 
pulse/sr/2% bw 

4 mJ 

Beam divergence (mrad)  ~4.0  

 

5.2 Direct spot and diffuse reflection measurements 
First measurements are dedicated to direct and diffuse reflection spots in order to differentiate 

scattering effects of the beamline (e.g. from the inside structures of pinhole) and the ML sample. 

As shown in Fig 5.5a and Fig 5.5c, the scattering effect of the beamline increases visibility with 

increasing exposure time. Diffuse scattering (diffuse reflection) from the ML sample in different 

exposure times are shown in Fig 5.5b and 5.5d. Slight scatterings from the beam line are visible 

while the ML sample shows enhanced scattering. For a scattering at about 13.5 nm wavelength, 

many of the surfaces in the beamline can cause significant scattering. Such inherent problems can 

be measured in the direct spots and are considered as signature of the instrument. 

 

               
a b 

t exposure = 0.25 s 

f = 200 HZ 

Direct spot 

t exposure = 0.25 s 

f = 200 HZ  

Reflection 
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 Figure 5.5: Direct spot and ML mirror diffuse scattering (sample_B) at 13.5 nm EUV wavelength and 

grazing incidence angle of 9° captured in CCD camera. The center halos in c) and d) are saturated region 

due to long exposure time (i.e. 200 s). 

 

For exposure times beyond 1.0 sec, saturation is evident which limits the sensitivity of the 

measurement to the scattered signals especially from fine features. Therefore, a 1.0 mm beam-stop 

is introduced between the sample and CCD to block the specular beam and then increase sensitivity 

of scattered signals by increasing the integration time of the measurement since the powerful 

specular beam can be blocked before saturation is reached. Fig 5.6 shows the direct spots and ML 

mirror diffuse scattering in the presence of 1.0 mm beam-stop. However, the roughness at the rims 

of the beam-stop can introduce additional scattering that need to be differentiated from the sample 

scatter. 

 

      

t exposure =200 s 

f = 500 HZ 

Direct spot 

t exposure =200 s 

f = 500 HZ 

Reflection 

c d 

t exposure =180 s 

f = 1000 HZ 

Direct spot 

t exposure =180 s 

f = 1000 HZ 

Reflected 

a b 
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Figure 5.6: Direct spot and diffuse reflection from ML sample_A in the presence of 1mm beam-stop, 

integration time =180 sec and source frequency = 1000 HZ. The reflection measurement is performed at 

grazing incidence angle of 9°. 

 

Clearly, the beam-stop introduced greater scattering from its edges than the rest of the 

beamline as can be seen from the difference in scatter pattern in Fig 5.5c and Fig 5.6a. The 

enhanced and quasi-periodic scattering patterns shown in Fig 5.5d and Fig 5.6b are, however, from 

the ML mirrors under investigation. A similar diffuse reflection measurement from the ML 

sample_A with higher source frequency and exposure time is given in Fig 5-7. The quasi-periodic 

structures have approximately 258.0 μm, which translates to a spatial roughness frequency =

0.00387 μm-1 (MSFR). For a relatively high beam divergence (~4.0 mrad) due to its simplicity 

in design, resolving the MSFR is a success.  

 

  
 

Figure 5.7: Diffuse reflection from the ML sample_A with t exposure =  10 min,  θ = 8.9° and EUV source 

repetition rate of 1000 HZ. A beamstop of 1.0 mm is used to block majority of the specular beam. The 

three dark sheets extending in three directions are connectors of the beamstop. 

 

 To support ARS analysis of ML mirrors in the current experiment, calibration of the direct 

spot and diffuse reflection is required. Among others solid angle (∆Ω ), CCD pixel-sample 

distance and CCD angular distribution of the scattering need to be calculated. The subsequent 

 
258.04 μm  
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section then describes the calibration process of ARS measurements for the current experimental 

set-up. 

  

5.3 Angle resolved scattering (ARS): Calibration and analysis 
 

Calibration of ARS measurements here refer to the quantification of angular distribution of 

direct spots and/or diffuse reflections captured on the plane CCD image area. Calibration of ARS 

of a new sample is performed either by measuring the incident power and the detector solid angle 

directly, or by comparison to scattering signals from a standard sample of known (certified) diffuse 

scattering properties [128, 129]. Unfortunately, availability of such standards for 13.5 nm EUV 

wavelengths is very limited. Thus, the former technique is favored and discussed here. The relative 

simplification of the GI-EUVS set-up (Fig 5.1), compared to goniometric-systems , allows 

calibration of angle resolved scattering based on geometric ray tracing as described in Fig 5.8a.  

 

       

Figure 5.8: a) Geometrical sketch of GI-EUVS experiment. Points A, B, C and D are pixel coordinate 

points. The x-values of each coordinate points represent displacements in the X-direction and z-values in 

the Z-direction.  b) A picture showing the incident and reflected directions inside the experimental chamber 

(photo by Aleksey Maryasov).  

Points A, B, C and D are four coordinate points where the CCD is situated when performing 

measurements. A and C are coordinate points for the highest peak intensity of the direct spot, while 

B and D are pixel positions for the specular peak of the diffuse reflection. Firstly, image of direct 

b) 
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spot at positions A and C and images of diffuse reflection at B and D are measured to calibrate the 

incidence angle according to Eq. 5-1. This method of incidence angle calibration reveals an error 

of ∆ ≈ ±1.1° from the manually set values. 

                                         θ = 50 −  tan  . × 
. ×( )

                                                 (5-1) 

Where  and  are determined from pixel coordinates of the specular peaks in direct and reflected 

spots,  is the CCD movement in the X-direction, H is CCD displacement in the Z-direction (Fig 

5-9a) and the experimenter sets the values manually.  

 

The high-energy CCD camera (ANDOR-BN-DX434) used in the current set-up has pixel size 

(W × H: 13 x 13 μm) and the angular separation between consecutive pixels is about 0.2 mrad. 

These CCD parameters together with sample – CCD distance L(θs) enable to calculate the solid 

angle of each pixel (Ω ) according to Eq.5-2. 

                                               Ω ( ) = ×  
.  ( )

                                                                    (5-2) 

                                             L(θ ) = L ( mm) ± n(0.0008)                                                       (5-3) 

                                            L = [OC + CD − 2(OC)(CD)sin (10°)] /                                   (5-4) 

Where  refers to ⃑ in Fig 5.9a (i.e. distance of the CCD pixel containing the specular peak 

from the sample at point “O”), =0, ±1, ±2, ±3, … 1024, with =0 indicating the specular beam. 

Therefore, the ARS distribution of the diffuse reflection (scattering) can be calculated according 

to the previously given formula: 

                                            ( ) = ( )
 ( )

                                                                            (5-5) 

Where Ps and Pi refer to the scattered and incident powers respectively. Thus, ARS of each 

measurement per sterdian (Sr) can be independently calculated by using Eq.5-2 for solid 

angle ∆Ω . However, absolute calibration of ARS is challenging in the current set-up since 

calibration of Ps and Pi demand incorporation of additional optics. 
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Here after, angular distribution of direct spot and diffuse reflection from two of the ML 

samples are analyzed based on the procedures mentioned up to now. Fig 5.9 shows the angular 

distributions of direct spot and diffuse reflection from sample_B in a very brief integration time 

(0.25 s) in both cases. This result is obtained from the spots given in Fig 5.5a (direct) and Fig 5.5b 

(reflection). 

 

Figure 5.9:  Angular distributions of the direct spot and diffused reflection from the ML sample_B.  

 

The specular peak of the diffuse reflection (orange color) is lower than the peak of the direct 

spot, which is due to scattering into non-specular directions. However, the non-specular directions 

might be at larger angles that the CCD image area is unable to reach out. Alternatively, since the 

divergence of the beam is high (~4 mrad) in the current set-up, fine features of the samples, which 

contribute to the lower non-specular directions, are not resolved. A similar angular distribution 

analysis shown in Fig 5.10 is performed for the direct and reflected spots given in Fig 5.6a and b. 

 

0.000001

0.00001

0.0001

0.001

0.01

0.1

1

10

-8 -6 -4 -2 0 2 4 6 8

A
R

S
/S

r-1

Scattering angles s /°

Angular distribution of
direct spot

Diffuse reflection from
sample_02

 Exposure time = 0.25 s 

f = 200 HZ 

Direct spot 



90 
 

90 
 

 

 

Figure 5.10: Angular distributions of the direct spot and diffused reflection from ML sample_A. The 

central halo is due to the beammstop introduced to block the specular beam. 
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6. CONCLUSION AND RECOMMENDATION 
6.1 Summary and conclusion 

In summary, this thesis presents innovative metrology techniques for EUV and soft X-ray 

MLs. A considerable effort is also exerted on coatings of short period MLs for high reflection 

performances for wavelengths of below 10 nm. GI-EUVR near the absorption edges of the low-Z 

elements in ML structures enable characterization of optical and structural properties with high 

sensitivity and reliability. In combination with X-ray reflectivity measurements that determine 

period of MLs with high depth-spatial resolution, the GI-EUVR give detailed quantitative analysis 

of buried interfaces of multilayer structures in a non-destructive and non-imaging setup. This 

method is also sensitive enough to perform damage analysis of ML mirrors exposed to energetic 

ions and photons.  

Test measurements and analysis were performed on Si/Mo MLs. Si/Mo MLs were chosen 

because sufficient data exist in the literature that makes the comparison of our analysis more 

reliable. The MLs were deposited in RF magnetron sputtering facility and were designed for the 

development of an instrument for solar coronal imaging. The GI-EUVR measurements near the Si 

LIII edge (at 99 eV) yield optical constants and thicknesses of layers and interlayers of the MLs. 

Asymmetric nature of the inter-diffusion layers (interlayers) at Mo-on-Si and Si-on-Mo interfaces 

is confirmed. The stoichiometric composition of the interlayers, retrieved from the calculated 

optical constants, give different types of moly – silicide alloys. MoSi2 seems thermodynamically 

favorable alloy for both types of interfaces. However, Mo3Si5 and Mo2Si3 are also found to be 

formed because of the diffusion during layers growth.  

Multilayer damage analysis due to irradiation of low energy ions of alpha particles (4 keV 

He++) was performed by using the GI-EUVR method. The slight thickness fluctuations due to the 

ion bombardments, decay of reflectivity performance and shift of optical constants (∆  and ∆ ) 

are derived with high sensitivity. 

After a series of tests on Si/MO MLs, the method was implemented to characterize the newly 

deposited B4C/CeO2 MLs near the boron  edge. Optical constants and thicknesses of CeO2 

layers, B4C layers and inter-diffusion layers are derived. This was an opportunity to test the GI-
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EUVR at different wavelength than the Si edge. The robustness of the method is again confirmed 

by the level of consistency B4C optical constants (  and ) in the range of photon energies (177.53 

- 183.82 eV) near the boron edge have shown with previously reported measurements by R. Soufli 

et.al [125] and G. Monaco et.al.[126]. 

The B4C/CeO2 MLs were manufactured to represent reflective-optics candidates for future 

lithography at 6.x nm. Deposition was performed using direct current (DC) magnetron sputtering 

facility. In addition to the GI-EUVR near the boron edge measurements, imaging techniques such 

as STEM and HAADF-STEM were used to fully characterize them. The near normal incidence 

reflectivity of the mirror at 6.9 nm wavelength is ~4.4 lower than what was theoretically expected. 

The low performance is attributed to the enhanced interface - diffusions confirmed through several 

state of the art imaging and non-imaging techniques. The detail optical and structural analysis of 

the MLs give paramount feedback for the optimizations of future depositions runs. 

Lastly, grazing incidence tabletop scattering experiment at incidence wavelength of 13.5 nm 

and 2% bandwidth from a gas discharge produced plasma is being developed at the physics 

department of RWTH Aachen University. Since this experiment is still ongoing, only preliminary 

results are discussed in the thesis. It is possible to resolve mid-spatial frequency roughness (MSFR) 

roughness the current set-up. The MSFR is a major cause for flare in imaging. 

In overall, the thesis discusses on a robust EUV and soft X-ray metrology technique of 

multilayers with major emphasis in characterization of buried interfaces, which are yet particularly 

challenging. On the other hand, the necessity of high reflection throughput at increasingly shorter 

wavelengths of EUV and X-rays is apparent in the semiconductor industry, astrophysical 

instrumentations, and large light source facilities such as the synchrotrons and FELs. Thus, the 

metrology technique presented in the thesis can be applied in the above-mentioned companies and 

facilities to a lesser extent. In reality, the application is far reaching. 

The development B4C/CeO2 MLs aimed for high reflection at wavelengths below 10 nm can 

be interest for the emerging demand of laboratory-based reflectometry for fundamental study in 

ultra- thin films, enhancement of resolution imaging, spectroscopic application to explore extreme 

states of matter, etc. With further interface engineering, the B4C/CeO2 MLs can be promising 

candidates for N7 EUV lithography. 
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6.2 Recommended future works 
As a continuation of the work in this thesis, the following are some future outlook and 

suggestions. 

1. Performance, structural and optical stability of the optical devices (ML coatings in 

particular) in many areas of application are issues that need research. In EUV and X-

rays, minor damage due to the irradiation of energetic photons and/or particles could 

cause significant loss in performance and stability. For its high sensitivity to optical 

properties and thicknesses, further experiments of damage analysis of MLs using the 

GI-EUVR method are highly recommended. Impact of low energy alpha particles on 

the capped Si/Mo MLs performed in this thesis can assist as a starting point. 

2. Further optimization in the deposition processes of B4C/CeO2 MLs to reduce interface-

diffusion at the interfaces, which caused degradation of reflectivity performance, is an 

immediate task to be performed. Controlling the amount of Oxygen (O2) flow in a 

reactive RF magnetron sputtering could solve the diffusion problem significantly. 

Impacts of vacuum pressure, substrate temperature, and gas flow rates need further 

optimizations. 

3. With regard to the EUV scatterometer, analytical model for the inverse scattering 

problems of multilayers is required. Either solving the Rigorous coupled-wave analysis 

(RCWA) of the incident electromagnetic radiation or characterizing the optical 

properties (polarization, power, incidence and scattered angles) of the incident 

radiation in order to calculate the ARS from the PSD parameters according Eq. (1-15) 

need to be formulated. In addition, the stray-light analysis, the scattering signatures of 

the beamline and of the pinholes are possible future tasks. 
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